
Industrial de V~~lvulas ,  S.A. de C. V. 

, ,. . . . .. 
OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

(ACCORDING TO EN 10204 TYPE 3.1) 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODlJCT LISTED BELOW WAS DESIGNED. MANIJFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN O N t  OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAlO FUE DISMADO. FABRlCAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUINTES 
ESTANDARES ULTIMA EDICION ) 

AP1598 
API 599 
ANSl B16-10 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDMG 
- FACE TO FACE AND END TO END DLMENSIONS OF VALVES 

ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AR031A08hIAB830000M 
(Código) . , 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 

API 602 

- PIPCLI\t V\I  \'k.> - (i.\ll.. PI 1 ti HA1 l. Ahl) ('HF( K 
- \ l k k l  G.\TE \ ' \ I  \ ' l  S. 1'1 .&MXD ASD Wkl I)l\G lk\l>S 
- FORGCI) 1:rI I IVGS. SU( K C I '  - \h I - I . I ) I N ~ ~  AI'D THRI  ni>i  11 
- COMPACT STEEL CATE VALVES - FLANGED, THREADED. 

WELDING AND EXTENDED - BODY ENDS 

"......"..".. - 
Descripción CAST STEEL SWING CHECK VALVE 150 CLASS 1 H Y D R O S T A T I C  IPSI> N  A  315 N A  I 450 (VALVULA RETENCI~N T I P O  COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTA~CAI 

VALVE WTH LOW EMISSION CONTROL (50 PPM'S MAX.) ( V A L W  SUMEVISIRADA CON CON'IROLDE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) l 1 P N E U M A T I C  IPSI, 1 N A  N A  

1 (NEUMATICA) 1 
f MECHANICAL TESTS (PROPhQCAMCAS) 

L 

ITEM HEAT No. Mq&€+MI,AL C P S V msl KFSI % % 
(PARE> (COLADA1 MU s i  N¡ CI M0 CU C b  1 CVN@ IST 2ND 3RD AVG 

BODY WH33932 ASTM A-216iWCB 10.222 0.900 0.029 0.016 0.415 0.040 0.046 0.006 0.044 0.001 1 74.10 45.97 26 48 167 

I 

1 CHEMICAL C O M P O S I T I O N  (%) COMPOSICIÓN QUIMICA (%) 

FACIO-21 REV "3" 

CERTIFICAD3 POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALiTY ASSURANCE 

TENS YIELD E L G  RED BHN 

CUERR) 

COVER WH33616 ASTMA-2i6mCB 
TAPA 

WEDGE WH82038 ASTMA-217ICAIS 
DISCO 

Nomlirated fo (Nomialirado al 930 Temoer to (Temple a) 650 W a d o  en aire. 
0.206 0.880 0.033 0.014 0.431 0.042 0.041 0.005 0.024 0.001 

Nomlizated to í N a m h d 0  al 930 Temper lo (Temple al 650 Enfnado en aM. 
0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 

N o m l h d o  a (Nomlizated to) 970 Tem~le s (Temrier to1630 Cooled in air. (Enñiado en aire.) 

76.42 46.26 24 45 164 

104.98 72.36 25 48 280 


