
Industrial de Vah~ulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

otzotlan Estado de Mexico 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPF. 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTFM AND REOUIREMEN'IS GIVEN IN ONE OR MORE OFTHE 

~ - ~ 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ARA10 FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - CATE, PLUG. BALL AND CHECK 
M I  599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDlNG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DNENSIONS OF VALVES ANSIB16-11 - FORGED FITI'INGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

API 602 
- --- 

- COMPACT STEELGATE VALVES - FLANGED, THREADED 
WEDING AND EXTENDED - BODY ENDS 

VALVE WIíA LOW EMlSSlON CONTROL (M PPM'S MAX) (VALVULA SUMINISTRADA CON CONTROL DE W A S  
EMISIONES FUGITIVAS (M PPM'S MAX.) ) 

Part No. AR031A08MAB830000M r 

P N E U M A T I C  (PSI) I N A  N A  
(NEUMTICA) 

~~~~o~ 
SIDE (iaw)> 

1 2 

450 N  A 315 N A  

(C6digo) 
Deseription 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 

Descnpei6n CAST STEEL S W N G  CHECK VALVE 150 CLASS 
(VALVULA R E T E N C I ~ N  TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

J 
FACIO-21 REY "3" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

J P  . G p  

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

MECHANICAL TESTS 

TENS MELD ELG RED BHN 

WSI W S I  % % 
2ND 3RD AVG wia IST 

75.69 44.66 25  5 9  166 

76.42 46.26 2 4  4 5  164 

95.56 73.81 2 9  4 3  290  

C H E M I C A L  COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

ITEM HEAT NO. M+&E+RM,AL 
(PARTE) (COLADA) 

BODY WH33895 ASTMA-216IWCB 

CUERW 

COVER WH33616 ASTMA.216NCB 
TAPA 

WEDGE Wg2039 ASTM AII7ICAIS 

DISCO 

C Mn P S Si Ni C r  M o  V C U  C b  
0.220 0.940 0.035 0.015 0.451 0.038 0.033 0.009 0.030 0.001 

Nomalizaied U> (Nomalizado a) 930 Tcmoer to Ciemle a) 650 Enüiado en a k .  
0.206 0.880 0.033 0.014 0.431 0.042 0.041 0.005 0.024 0.001 

Normalizated Lo (Nomalizada a) 930 Temoer to CTemple a) 650 Enfnado en a k .  
0.112 0.700 0.021 0.015 0.413 0.083 12.510 0.014 0.023 0.005 

Nomializado a (Normalizated m) 970 Tsm~le a (Temer 10) 630 Cooled in air (Enh'iada en aire.) 


