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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

n 
(ACCORDING TO EhlO204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIEN'I'O 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCOKDING TO OUR QUALITY SYSl'FM ANU KEQUIREMENTS GIVEN IN ONI: UR MORE OF TIIE 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADC ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTMG AP16D - PlPELlNE VALVES - CATE. PLUG. BA1.I. AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DNENSIONS OF VALVES ANSlB16-11 - FORGED FIKTíNGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDlNG ENDS M1 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTlNG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

SHELL "$8 1 SlDE ( ~ ~ w l '  
(CASCO, 1 I 2 

450 N A 315 N A  

N A  N A  
I 

Part No. AR031A08MAB830000M I 

(Código) 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  
Descripción CAST STEEL SWING CHECK VALVE 150 CLASS 

(VALVULA RETENCIÓN T I P O  COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALYE Wm< LOW EMTSSION CONTROL (50 PPM'S MAX.)(VALVULA SCnlIhISTRADA CON CONTROL DE W A S  
EMISIONES FUGITIVAS (50 PPM'S MAX.) 

SEE,AYDE,,T% 
H Y D R O S T A T I C  (PSI) 

(HIDROSTATICA) 

P N E U M A T I C  (PSII 

r MECHANICAL TESTS (PRoPMECANICAS) 

\ 
(NEUMATICAl 

TENS YlELD ELG RED BHN 

m1 m1 % % 
cm@ IST 2ND 3RD AVC 
75.26 45.68 27 49 169 

75.55 44.95 25 48 163 

100.34 74.97 27 43 286 

, 
FACIO-21 REV"3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J v a  G a p  

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA1 IASTM 

BODY WH33745 ASTM A-ZIóiWCB 
CUERPO 

COVER WH33748 ASTMA-216nVCB 
TAPA 

WEDGE WH82041 ASTM A-ZIlICAlS 
DISCO 

C P S v Mn si Ni CI M 0  CU C b  
0.208 0.920 0.036 0.016 0.422 0.025 0.028 0.010 0.029 0.005 

Nomlirated to (Nomislirado a) 930 T e m r  to ITem~le al 650 Enñiado en s k .  
0.216 0.870 0.028 0.015 0.413 0.035 0.070 0.008 0.028 0.001 

N o m l b t e d  to (Nomializado a) 930 Temoer to (Temple a) 650 Enhiado en aire. 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 

N o m l b d a  a (Nomializated to) 970 Temple a ITem~er tal 630 Caoled in air. 

\ 


