
Industrial de Valvtdas, S.A. de C. V. ., 
Av. de La lnduslria Lote 16 Fracc. Indz~stvial El Trebol 

S r :  7 . 2  Te~oIiotlur2. Estado de Mexico C. P. 54600 

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(?<CCOKDING TO EVIOZO4 TYPE 3.1) 

A S E C U R 4 M I E N T O  DE CALIDAD CERTIFICADO D E  Cl '>lPLI>IIENTO 
WE CERTIFY THAT 'THE PRODUC'I LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTE11 ACCORDINGTO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAS-l EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO, FABRICADO Y PROBAUO I>E ACUERDO CON NUESTRO SISSEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

APl598  - VALVE INSPECTION AND TESTING 
API 599 - METAL PLUG VALVES - FLANGED, THREAIIED AND WELDING 
ANSI Bi6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP6I - I'RESSURE TESTING O F  STEEL VALVFS 

Part No. AR031A08MAB830000M 
(CM3so) 

Descrivtion 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripcion CAST S T E E L  S W l N G  C H E C K  VALVE 150 C1.ASS 

(VALVIILA R E T E N C I ~ N  TIPO COLI!MPIO DE ACERO FUNDIDO CLASE 150) 
V L Y E  WITH LOW EMlSSlON CONTROL (50 PPM'S MILK.) (VALVULA SUIIINISTR\D,\ CON CONTROI. DE BAJAS 
E.MISIONES FUGITIVAS (50 PPM'S MAX.) ) 

APl hD 
API 600 

- PIPELINE VALVES - CATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES, FLANGED AND WELDING ENDS 

ANSI 016-1 1 - FORGED FITTINGS. SOCKET - WELDING AND THRI'ADED - 

API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED 
WELDING AND EXTENDED - BODY ENDS 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC lPSll 
I U F I M A i I i A I  

450 N A 315 N A  

N A  N A  
- - 

MECHANICAL TESTS UECAy.UICAS) 

T E N S  YlELD E L G  RED BHN 

KPSl KPSI *% a% 
CW@ IST 2ND 3RD AVG 

75.55 45.24 29 49 167 

5 44.95 25 48 163 

95.56 73.81 29 43 233 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

lTEM HEAT No. M + , T ~ R , ~ L  
(PARTE) (COLADA) 

HODY WHj390Q A S I M  A-2lblWCH 

CUERPO 

COYER WH33748 ASTM A ~ ~ I ~ ~ W C B  

TAPA 

WEDGE WH82039 ASTM *-2IIICAII 

DISCO 

1 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.193 0.950 0.031 0.012 0.463 0.025 0.037 0.007 0.032 0001 

Normalizaid lo (Normalizado al 930 Temocr to (Temole a) 650 Enfriado en airc 
0.216 0.870 0.028 0.015 0.413 0.035 0.070 0.008 0.028 0.001 

Nonna1i;zted to (Nonrialirado u1 930 Icimrr to (Templc al 650 Enfrlado eii aire 
0.112 0.700 0.021 0.015 0.413 0.083 12.510 0.014 0.023 0.005 

Nonnaiizado n Monnalizvtsd lo) 955 Teinnic a (Tcmoer to) 630 Coaled ~n air  (Entiado en airc.) 


