
~.: Industrial de Valvulas, S.A. de C. l! 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

í;ii:;>l 7 ~ 4 2  Tepotzotlan, Estado de Mexico C. P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(1CCORDIVC TO EN10204 TYPE 3.1) 

ASEGI!R:t\.IIENTO DE CALIDAD CERTIFICADO DE CL'MPLIMIENTO 
WE CERTIFY THAT 'TIHE PRODUCT LISI'ED BELOW WAS DESIONED, MANUFACTURED AND TESTED ACCORDING T O  OUR QVALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE O F  THE 

FOLLOWING STANDARDS LAST EDITION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENAD«, FABRICADO Y PROBADO DE ACUERDO CON NUESSRO SISTEMA DE CALIIIAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESlANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECI'ION AND TESTING API 6 D  - PIPELlNE VALVES - GKIE,  PLUG, BALL AND CHECK 
API 599 -METAL PLIJG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSl R16-10 - FACE T O  FACE AND END T O  E N D  DIMENSIONS O F  VALVES ANSI BI6-11 - FORGED FIITINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADEU AND WELDlNG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE 'IESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(C6diga) 

Descri,,tion 3" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripcinn CAST STEEL SWING CHECK VALVE 150 CLASS 

(VILVIILA R E T E N C I ~ N  TIPO COI.LIMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE WIIII LOW EMlSSlOV CONTROL (50 PPM'S MAX.) (V,\LVULA SIIMINISTR4UA CON COVTROL DE RAJAS 
EMlSlOVES FUGITIVAS (50 PPhl'S MIX.) ) 

I HYDROSTATIC (PSI) I N A 
(HIDROSIATIC,\) 

PRESSURE TEST 
(PRUEBAS DE PRESlOh) 

1 PNEUMATIC (PSII 
(NEUMWICU 

MECHANICAL TESTS UErANICAs) 

1 CHEMICAL COMPOSITION (9'0) COMPOSICION QUIMICA (%) I TENS YIELD ELG RED BHN I 

SgF:. l&A$ SlDE (LADO) 
1 2 

KPS1 KPSl % % 
C V N ~  ~ S T  2UD 3x0 AVG 

75.84 46.53 27 30 164 

76.56 43.82 26 49 160 

95.56 73.81 29 43 233 

F,\C,O-2, :U" "i" 

I . 
ITEiI HEAT No. MA'IERIAL 

(PARTE) ¡COLADA) (ASTMI 
BODY WH33734 ASIM X-ZIIIWCB 

CLlERPO 

COVER WH33571 ASTM X - ~ ~ ~ N C B  

TAPA 

WEDCE WH82034 ASTM A-IIIICALI 

01SCO 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

C Mn P S Si Ni Cr NI o V Cu Cb 
0.220 0.905 0.038 0.017 0.499 0.046 0.048 0.016 0.036 0.005 

Nomaliratcd fo (Nomalirado a) 930 Teinpir to (Tciiirile a) 650 Enfiado cn aire 

0.203 0.920 0.028 0.013 0.414 0.040 0.044 0.008 0.029 0.001 
Nomalizatid fo (Nomalirado a) 930 T~inoci ro (Tiin~le al 650 Eiihudo en aire 

0112  0.700 0.021 0.015 0.413 0.083 12.510 0.014 0.023 0.005 
Nomali~ddo a (Nomalizated lo) 955 I'iinolz a iTemoer lo1 630 Cooled in air (Enfriado en aire.) 


