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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(i\CCORDINCTO ENIOB4TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CEKI'IFY THAT THE PRODUCT LlS lED BELOW WAS DESIGNED. MANUFACTIJRED AND TESTED ACCOKDING T O  OllR QUALITY SYSTLM AND III~OUIKEMLNTS <iIVLN IN ONE OK M O R t  OF IIIE 

FOLLOWING STANDAKDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODIICTO LISTADO ABAJO FUE DISEÑADO. FABRICADO V PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CAllDAD Y CON REQlllSITOS ESIABLECIDOS EN UNO O MAS DE LOS SlGUlENrES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE MSPECTION AND TESTMG API 6D - PlPELlNE VALVES -CATE. PLUG. BALLANDCHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDMG AP1600 - STEE1,GATE VALVES. FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END T O  END DIMENSIONS OF VALVES ANSl B16-I I - FORGED FITTINUS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPAC:T STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP6I - PRESSURE TESTMG O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AR041AO8MAB830000M 
(Código) 

D e s e r i ~ t i o n  4" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL S W M G  C H E C K  VALVE 150 CLASS H Y D R O S T A T I C  (PSI) 

(VALVULA R E T E N C I ~ N  T I P O  COLUMPIO DE ACERO F ü N D l D O  CLASE 150) (HIDROSTATICA) 

VALVE WITH W W  EMlSSlON CONTROL (M PPM'S M.) (VALVULA SUMLNISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITNM (M PPM'S M.) ) P N E U M A T I C  (PSI)  N A  N A  

ni l i l lU4TICAI  

MECHANICAL TESTS (PROP. MECANICAS) 

TENS YlELD ELG RED BHN 

KPSl m1 % % 
CVN& 157 2NO 3RD AV0 

76.27 43.79 24 46 165  

76.27 46.26 2 5  46 1 6 6  

104.98 72.36 2 5  48 2 8 0  

CHEMICaL C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEATNO. MATERIAL 
(PARTE) (COLADA) (ASIMl 

BODY WH33491 ASTMA-216IWCB 
CUERPO 

COVER WH33589 ASTMA-216IWCB 
TAPA 

WEDCE WH82038 ASTM A-217lCAIS 

DISCO 

C S v M U  P s i  Ni Cr M 0  CU Cb 
0.193 0.890 0.032 0.013 0.476 0.078 0.099 0.012 0.030 0.003 

Nomlirated to (Nomalirado al 930 T e m r  lo (Temole al 650 Enfnado en aire 
0.214 0.880 0.033 0.016 0.419 0.044 0.040 0.009 0.029 0.001 

Narmalizated 10 (Normalizado a) 930 T e m r  lo (Temple al 650 Enfriado en aire 
0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 

Normalizado a Mormalizated 101 970 Temple a ( T e m r  10) 630 Cooled in air (Enfriado cn aire.) 


