
Industrial de Valvulus, S.A. de C. Y 
Av. de La Industria Lote 16 Fracc. Industrial El Trehol 
Tepotzotlan, Estado de Mexico C.P. 54600 

(Numero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDI\G 10 FhlU204 TVPE3 1) 

ASEGURAMIENTO DE CALID4D CLRTlFlCADO DE CUMPLIMIENTO 
WE CERTIFY THA'TTHL PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING T O  OUR QIJALII'Y SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE 0I:'THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAlO FUE DISEE~ADO. FABRICADO Y PROBAM) DE ACUERDOCON NUESTRO SISTEMA DE CALIDADY CON REQUISITOS ESTABLECIDOS EN UNO0 MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EOICION.) 

API 598 - VALVE INSPECTION AND TESTING AP1 6D - PlPELlNE VALVES -CATE. PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE T O  FACE AND END T O  END DIMENSIONS O F  VALVES ANSlB16-11 - FORGED FÍITINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTMG O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

I 
FACIO-21 REV"3" 

CERTlflCADO POR. CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

SHELL T,Ef# SlDE (LADOI- 
(CASCO) 1 1 2 

450 N A  315 N A  

N A  N A  
d 

Part No. AR041A08MAB830000M r 

MECHANICAL TESTS (PROPMECAhTCiIS) 

(Código) 4" Fig. 5341 F UT WCB, API TRIM No.8 830000 DescriDtion 
Descripción CAST STEEL SWiNG C H E C K  VALVE 150 CLASS 

( V A L W L A  RETENCIÓN T I P O  COLUMPIO D E  ACERO FUNDIDO CLASE 150) 
VALVE WlTH LOW EMISSION CONTROL (M PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITNAS (M PPM'S MAX.) ) 

?%E!%%!%$ 
HYDROSTATIC (PSII 

(HIDROSTA~CA) 

PNEUMATIC (PSI) 

TENS YIELD E L G  RED BHN 

. 
KPSl KPSl % % 

CvN@ IST 2ND 3RD AVG 

75.69 45.82 27 50 165 

75.98 47.71 26 49 162 

104.98 72.36 25 48 236 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

L 
(NELMATICA) 

ITEM HEAT No. MATERIAL 
(PmTE) (COLADA) (ASTMI 

BODY WH33502 ASTMA-216IWCB 
CUERPO 

COVER WH33526 ASTM A-216NCB 
TAPA 

WEDGE WH82038 ASTM A-217ICAIS 

DISCO 

V c Mn P S Si Ni Cr M0 CU Cb 
0.201 0.830 0.028 0.011 0.482 0.059 0.097 0.005 0.031 0.004 

Nomlilated to ~Nomii lado a) 930 Temoer to (Ternole a) 650 ERfriado en aire. 
0.213 0.940 0.028 0.014 0.479 0.070 0.012 0.012 0.035 0.009 

NomlYated m (Normalizado a )  930 T w e r  lo (Tunde a) 650 Enhiado en a&. 
0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 

Normalirado a (Normalited m) 970 Temole a (Ternwr 10) 630 Cwled ui air (Enñiado en a M )  


