
Ind~rstrial de Valvulas. S.A. de C. V 
Av. de La Industria Lote 16 Frclcc. Industrial El Trebol 
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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
<bTT<IRr>lNCTr> FN10204TVPF3 .11  ~ - .. ~ ~ 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODlJCT LlSrED BELQW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSrliM ANI) KEQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS OUE ELPRODUCTO LISTADO ABAJO FUE DISE~!ADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y i O N  REQlllSlTOS ESTABLECIWS EN IMO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - I'IPELINE VALVES -CATE, PLUG, BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - I'ORGED FIiTMGS, SOCKET - WELDlNG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTNG OF STEEL VALVES WELDlNG AND EXTENDED - BODY ENDS 

Part No. AR041A08MAB830000M 
(Código) 

4" Fig. 5341 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESIONl 
Description 

D ~ ~ c r i p c i ó n  CAST STEEL SWlNG CHECK VALVE 150 CLASS HYDROSTATIC (PSII 
(VALWLA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

VALW WITH LOW EMISSION CONTROL (M PPM'S M.) WALVULA SUMINISTIWUA CON CONTROLDE BAJA3 
EMISIONES FUCITNAS (M PPM'S MAX.1 1 PNEUMATIC ( P S ~  N A  N A  

<NC,,hd&T,,-&, 

1 \ I 
FACIO-2) REV"JII 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

MECHANICAL TESTS 

TENS YlELD ELG RED BHN 

WSI m1 % Ya 
C W ~  IST 2ND 3RD AVG 

75.40 44.81 27 SO 167 

75.26 45.53 26 44 167 

100.34 74.97 27 43 286 

CHEMICAL COMPOSITION (%) COMPOSICL~N QUIMICA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 IASTM) 

BODY WH33503 ASTMA-2I6IWCB 
CUERPO 

COVER WH33576 ASTMA-216AYCB 
TAPA 

WEDGE WH82041 ASTMA-217ICAlS 

v c Mn P S si Ni CI M0 CU Cb 
0.210 0.950 0.033 0.015 0.540 0.090 0.043 0.022 0.039 0.004 

Nomlirated to INomlirado a) 930 T e m r  lo fiemole a) 650 Enfriado en aire. 
0.191 0.960 0.026 0.012 0.408 0.013 0.038 0.016 0.030 0.001 

Nomlizated to íNomlizado a) 930 Tcmwr Lo (Temple al 650 Enfñado en aim. 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 


