
Industria1 de Vah~ulas, S.A. de C. K 
Av. de La Industria Lute 16 Fracc. Industrial El T i ~ b o l  
Teputzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

A S E G U R A M I E N T O  D E  CALIDAD C E R T I F I C A D O  D E  C U M P L I M I E N T O  
WE CERTIFY T H A T T H E  PRODUCT LISTED B E U J W  WAS DESIUNED. MANUFACTURED AND TESTED ACCORDING T O  O l l R  OIIAI.ITY SYSTEM AND REOUIREMENTS GIVEN IN ONE OR MORE O F  THE 

FOLLOWING STANDARDS LAS7 EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑAW. FABRICADOY PROBADO DEACUERW CON NUESTRO SISTEMA DE CAI.IDAD Y CON REQUISITOS ESTABLECIDOS EN ONO O MAS DE LOS SIGUIENTES 

ESrANDARES ULTIMA EDICION.) 
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MSS-SP61 - PRESSIIRE T C S T N i  OF STEEL \'AL\'ES \\ t l  l>l\;s A S D  EYTCYDl.I>. UOUY L\I>S 

VALW WlTH M W  EMISSION CONTROL (M PPM'S M.) (VALVULA SUMINIST-ACON CONTQOL.DE BAJAS 
EMISIONES FUCnVAS (50 PPM'S MAX.) ) 

Part No. AR041A08MAB830000M I 

1 P N E U M A T I C  <mI> 
i-NEIIMATIiA> 1 

(Cddigo) 
4" Fig. S341 F UT WCB, API TRiM No.8 830000 Descrbtion 

Descripcidn CAST STEEL SWING CHECK VALVE 150 CLASS 
(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

Su8,L04 PRESSURE TEST 
(PRUEBAS DE PRESLON) 

HYDROSTATIC f m n  
(HIDROSTATICA) 

M E C H A N I C A L  T E S T S  (PROPMECANICAS) 

?,E$$ S l D E  ( L A ~ ) '  
1 ?. 

450 N  A  315 N A  

1 
T E N S  Y l E L D  E L G  R E D  B H N  . KPSl KPSI % % 
C W ~ ,  IST 2M> 3RD AVG 

75.40 44.81 27 50 167 

77.14 45.53 28 48 168 

100.34 74.97 27 43 286 

FACIO-21 REY "3" 

CHEMICAL C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: C E R T l F l E D  B Y :  
ASEGURAMIENTO DECALIDAD Q U A L l T Y  ASSURANCE 

Jessica G&ía 

. 
lTEM HEAT No. M$Tgk#\AL 

P4RTEI (COLADA) 
BODY WH33503 ASTMA-216wCB 

CUERFU 
COVER WH33524 ASTMA-2IóIWCB 

TAPA 
WEDGE WH82041 ASTMA-217ICAIS 

DISCO 

. 

C P S v Mn si Ni Cr M0 CU Cb 
0.210 0.950 0.033 0.015 0.540 0.090 0.043 0.022 0.039 0.004 

Nomalirated to (Nomialirado a) 930 Temoer to (Temole a) 650 Enfriado en aire. 
0.183 0.880 0.027 0.012 0.423 0.090 0.055 0.017 0.036 0.009 

Nomlizated to (Nomializado al 930 Tcmper 10 (Temple al 650 Enfriado en aire. 
0.110 0.670 0.033 0.009 0.510 0.102 12.660 0.018 0.025 0.032 

Nomalizada a (Nomalimied 101 970 Temple a (Temoer to1630 Cooled ui air. 


