Industrial de Valvulas, S.A. de C.V. (Numero) Numﬁer V102R1216 )
Av. de La Industria Lote 16 Fracc. Industrzdl El Trebol (Fecha) Dafe. 18/19/2010

7842 i epotzotlan Estado de Mexico C.P. § 4600

TR A SR L T T TR * A PR AL o i 5 S B PRI I RigE

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3,1}

: k ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO QUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUEEL I’RODUCTO LISTADO ABAIG FUE DISENADQ, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.)

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
APL 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBl6-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Part No. :
} ééd h {3 AR041A08MABS830000M [ TRESSURE TEST Sc}ys%b[)‘ ]?S%%( SIDE 50
Deserinton 4" Fig. 5341 F UT WCB, APL TRIM No.8 830000M (PRUBBAS DE FRESEON) ( 1 2
Descripcién  CAST STEEL SWING CHECK VALVE 150 CLASS HYDROSTATIC (PSD 450 NA 315 NA
(VALVULA RETENCION TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) PNEUMATIC (PSD NA NA
(NEUMATICA) )
[ MECHANICAL TESTS (PROP. MECANICAS) ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
KPSI KPSI % Y% )
| (]!ATgTIg) (l(-llglé&'ll‘)No M‘?ISF?]&)AL C Mn P S Si Ni Cr Mo Cu Vv Chb CVYN@E 18T 2ND 3IRD AVG
BODY WH33528 ASTM A-216/WLB 0.181 (.940 0.028 0.011 0.370 0.056 0.097 0.007 0.036 0.008 7497 4423 28 46 163
CUERPO Normalizated to (Nomalizado a) 930 Temper to (Temple a) 650 Enfriado en aire.
COVER WH33529 ASTM A-216/WCB .182 0.950 0.025 6.009 0.452 0.075 0.073 0.004 0.040 0.013 77.43 49,01 24 48 i64
TAPA Notmalizated to {Nomalizado a) 930 Tempet to {Temple a) 650 Enfriada en aire.
WEDGE  wWHg2041 ASTM A-21T/CA1S 0.110 0.670 0.033 0.009 0.510 0.102 12,660 0.018 0.025 0.032 100,34 7497 27 43 286
DIsco Normalizado a (Normakizated to) 970 Temple a (Temper to) 630 Cuoled in air.
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CERTIFICADQ POR.: CERTIFIED BY :
ASEGURAMIENTO DECALIDAD  QUALITY ASSURANCE

I
Yolanda Ponciano




