
WALBqOR Industrial de Valvulas, S.A. de C. V 'TM '" 
Av. de La Industria Lote 16 Fracc. Lndustrial El Trebol 

S!r?clc 164.2 Te~otzotlan. Estado de Mexico C.P. 51600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
<,ICCCIRr>lVC TCI FUlll2OlTYPF 3 11 v......-...-.-- ~ ~ - .  - - -  --.-, 

ASEGI~Rr \> l IENTO DE CALIDAD CERTIFICADO DE <:III\.IPI.IMIEUTO ~ ~~ ~ ~ ~~ ~~~~ ~ . 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DI-SIGNED, MANUFACTUllED AND TESTED ACCORDING TO OUR QUAl.llY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE O F r H E  

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO AB410 FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESrKO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6 D  - PIPELWE VALVES - GATE. PLUG, BALL AND CHECK 
APl599  -METAL PLUG VALVES - FLANGED, TI IREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 616-10 - FACE TO FACE AND END T 0  END DIMENSIONS O F  VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816.34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEI- CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR031A08MAB830000M 
(COdigo) 

Desc r iv t ion  3" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripción CAST S T E E L  S W l N G  C H E C K  VALVE 150 CLASS 

(VALVIILA R E T E N C I ~ N  TIPO COI.(IMPIO DE ACERO FC~NDIDO CLASE 150) 
VAI.VE WIT1I LOW EMlSSlON COPiTROL (S0 PPM'S MAY.) (VALVULA SUMINISTUDA CON COYTROL DE BAJAS 
EMlSlOVES FUGITIVAS (50 PPM'S MAI.) ) 

1 H Y D R O S T A T I C  <PSI) 1 450 N A 315 N A  1 
(IIIDROST,\T,iA) 

1 MECHANICAL TESTS uECAN'CAS) 

1 CHEMICAL COMPOSITION í%) COMPOSICION QUIMICA (%) 1 T E h S  Y l E L D  E L G  RED BHN 1 

CERTIFICADO POR: C E R T l F l E D  BY:  
ASEGURAMIENTO DE CALIDAD QIIALITY ASSLR.\XCF: 

KPSl WSI % % 
CWZi  IST 2ND 3 RD AYC 

75.55 43.21 28 50 163 

74.82 45.24 26 49 168 

95.56 73.81 29 43 233 

C 
. . 

ITEi1 HEAT NO. MATERIAL 
lP,\RTEl (COLADA1 1ASTMI 

BODY WH33773 ASIM A-ZI I íWCB 

CLERPO 
COVER WH;370<) ASTM A-2IIVtiB 

TIWA 

WEDGE WHSZ03<) ASTM.&-217!<AlS 
visco 

C M n  P S S i  N i  Cr IM o C u  V C b  

0.209 0.960 0.022 0.009 0.424 0.041 0.038 0.010 0.030 0.001 
Zlonnalirarcd to (Nonnalaado a) 9.3 Timper to (Teinolc a) 650 Enrcnado en aire 

0 1 9 6  0.928 0.030 0.012 0.406 0.032 0.054 0.006 0.022 0.001 
Normalizated fo Ciomalizado a) 9-30 Texnprr to (icinolc a) 650 Eniiiado C I ~  aire. 
0.112 0.700 0.021 0.015 0.413 0.083 12.510 0.014 0023 0.005 

Noiinalirñdo a (Nornial17.atcd lo) 955 Tcinole a (Tempcr to) 630 Cooled in a i r  (Enfriado en aire.! 


