
Industrial de Vnlvula$ S.A. de C. V. 
ALS. de La Industria Lote 16 F i ~ ~ c c .  Industrinl El Pebol 
Tepotzotlan, Estudo de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACC0RI)ING TO F.Nl0204TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CIIMPL.IMIENT0 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDINü TO OUR QUALITY SYSTEM AND REQIJIREMLNTS GIVEN IN ONE OR MORE OF THE 

FOLlUWlNG STANDARDS LAS7 EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADQ ABAJO FUE OISEÑADO. FABRICADO Y PROHADO DE ACUERDO CON NllESTR? SISTEMA DECALIDAD Y CON REQUISITOS ESIABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLIJG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING MI 600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSlB16-11 - FORGED FllTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS MI 6QZ - COMPACT STEELGATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

VALVE WlTH LOW EMISSION CONTROL (50 PPM'S M4X.l (VALVULA SUMINISTRADACON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.) I 

Part No. AR041AOSMABS30000M f 

P N E U M A T I C  IPSII  I N A  N A  
(NEUMATICA) 

ITEM HEAT No. M$,T&RM,AL 
(PARTE! (COLADA1 

BODY WH33593 ASTMA-216NCB 

?C,& 1 BACK 1 (inoo~% 
(SEAT! 1 2 

450 N  A  315 N A  

(Código) 4" Fig. 5341 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  
Descripción CAST STEEL SWlNG CHECKVALVE 150 CLASS 

( V A L W L A  RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

CUERW 
COVER WH33616 ASTMA-216IWCB 1 TAPA 

P R E S S U R E T E S T  
(PRUEBAS DE PRESION) 

7 

H Y D R O S T A T I C  (PSII 
(HIDROSTAnCA) 

MECHANICAL TESTS 

C H E M I C A L  C O M P O S I T I O N  (%) C O M P O S I C ~ N  QUMlCA (%) 

v c M n  P S s i  Ni  CT M 0  CU Cb 
0.199 0.940 0.029 0.014 0.432 0.035 0.033 0.006 0.025 0.001 

Nomializated Lo (Nomialirado a) 930 Temoer 10 (Temole a) 650 Enfnada en aire. 
0.206 0.880 0.033 0.014 0.431 0.042 0.041 0.005 0.024 0.001 

Nomializated to (Nomializado a) 930 Temoer to (Temole a) 650 Enfnado en aire. 
0.119 0.590 0.031 0.012 0.479 0.080 12.680 0.020 0.022 0.027 

Nomialirado a (Nonnalizafed Lo) 970 Tem~lc a (Tcmpcr 10) 630 Cooled in a k  

\ 

TENS YlELD ELG RED BHN 

KPSl KPSl % 
C V N ~  IST 2ND 3RD AVG 

73.66 43.94 27 49 165 

76.42 46.26 24 45 164 

105.56 73.23 26 44 234 

l 
FACIO-21 REV "Y 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DECALIDAD QUALITV ASSURANCE 

Jk~sica Ga cía 


