
. i + '  Industrial de Valvulas, S.A. de C.V 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

;:? Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EY10204 T Y P E  3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OURQUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE ORMORE OF THE 

FOLLOWING STANDARDS LAST EDíTlON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICII~N ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END T 0  END DMENSIONS OF VALVES ANSlB16-11 - FORGED FITINGS, SOCKET - WELDMG AND THREADED 
ANSlBl6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

L 1 

ITEM HEAT No. MATERIAL C P S v KPSl KFSI % % 
(PARTE) ICOLADAl IASTMl Mn Si Ni Cr M 0  CU C b  1 IST 2ND 3RD AVG 

B O D Y  WH33559 ASTMA-216WCB 1 0.219 0.900 0.030 0.017 0.399 0.042 0.056 0.007 0.028 0.001 1 74.82 45 24 26 49 168 

Par t  No. AR041A08MAB830000M , 

. FACIO-21 REV "3" 2 

CERTlFlCAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

yuF$Oi; l&t@ SIDE (LAM)\ 1 2 

4 5 0  N  A  315 N A  

N A  N A  
J 

(Código) 4" Fig. 5341 F UT WCB, API TRiM No.8 830000 Descriotion 
Dacnpcián CAST STEEL SWING CHECK VALVE 150 CLASS 

(VALWLA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE Hm< LOW EMISSION CONTROL (M PPM'S MAX.1 WALVULA SUMINISTRADACON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M PPM'S m . )  1 

CUERPO 

COVER WH33594 ASTMA-216WCB 
TAPA 

W E D G E  WH82043 ASTMA-2171CAIS 

DISCO 

MECHANICAL TESTS (PROP.MECmCAS) 

I CHEMICAL COMPOSITION (?'o) COMPOSICIÓN QUMICA (%) TENS YIELD ELG RED BHN 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSII 
(HIDROSTATICA) 

PNEUMATIC (PSI) 

Nomiahted 10 Mormalizado a) 930  Temoer to (Temole a) 650  Enhlado en aire. 
0.219 0.840 0.029 0.017 0.406 0.049 0.043 0.007 0.028 0.001 

N o d i l e d  10 (Nomialirado a) 930  Temoer lo (Tem~le a) 650  Enfriado en aire. 
0.119 0.590 0.031 0.012 0.479 0.080 12.680 0.020 0.022 0.027 

Nomialirado a Momializated to) 970  Temole a flemoer 10) 630  Cwled in air. 

\ 
(NEUMATICA) 


