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Industrial de Valvulr~s, S.A. de C. V. 
? Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

.r'<,.> ' , , S> ...,.. , . .. , c..: - Tepotzotlan, Estado de Mcxico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORnlNC TO FNltlZIl4 TVPF 11) ~. . . - . . .- . . - . . - - 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CIJMPLIMIENTO ~ ~ ~ - -  -- ~ ~ - -  - - ~  ---- ~~ 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED ANDTESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWNG STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTAM) ABAJO FUE DISENADO. FABRICAM) Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO M D  DNENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES 

No. AR041A08MAB830000M 
(Código) . 4" Fig. 5341 F UT WCB. API TRIM No.8 830000 

API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
WELDMG AND EXTENDED - BODY ENDS 

".~..."..".. - 
Descnpcidn CAST STEEL SWlNG CHECK VALVE 150 CLASS 1 HYDROSTATIC íPS11 N A 315 N A  1 

(VALWLA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

VALVE WmH LOW EMlSSlON CONTROL (53 PPMIS u)(VALVULASOMINLSTUDACON U)NIROLDERAI&S 
EMISIONES FUGITIVAS (50 PPM'S m.) ) PNEUMATIC (PSI) N A  N A  

(NEUMAnCA) 

CERTIFICAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

MECHANICAL TESTS (PROP. MECANICASI 

TENS YIELD ELG RED BHN ' 
WSl WSI % % 

CW@, IST 2ND 3RO AVG 

75.98 46.40 26 45 163 

75.98 45.82 25 46 165 

105.56 73.23 26 44 234 

FACI0.2I w "31 

CHEMICAL COMPOSITION (YO) COMPOSICI~N QUIMICA (%) 

, ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) 1ASThC 

BODY WH33557 ASTMA-216NCB 
CUERW 

COVER WH33MO ASTMA-216NCB 
TAPA 

WEDGE WH82043 ASTM A-217ICAIS 

DISCO 

C P S Si Ni C r  M o  V M U  CU C b  
0.199 0.920 0.032 0.025 0.451 0.079 0.107 0.020 0.055 0.002 

Nomlirated Lo (Normalilado a) 930 Temper fo (Temple al 650 Enüiado en aM.  
0.216 0.890 0.032 0.017 0.475 0.068 0.097 0.009 0.033 0.004 

Nomlirated to (Normalilada al 930 Temwr to (Tengle a) 650 Entiado en aM. 
0.119 0.590 0.031 0.012 0.479 0.080 12.680 0.020 0.022 0.027 

Normalizado a (Nomlilated fo) 970 Temple a (Temper to) 630 Cooled in a k  

1 . -  


