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(Numero)  N u m h e r  
(Fecha)  Da te  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO E S I O Z O ~ T Y P E  3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE C E R T I N  T H A r  THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTUKED AND TESTED A<'<:ORDING 'TO OUR OUALITY SYSlEM AND REOIIIREMENTS GlVtN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO (.ON NUESTRO SISTEMA DErALlDADY CON KEQlllSII'OS ESTARLECIIWS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDCIUN.) 

API 598 - VALVE MSPECTION AND TESTING AP16D - PlPELlNE VALVES - CATE, PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMMSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDíNG AND EXTENDED - BODY ENDS 

P a r t  No. AR041A08MAB830000M 
(Código) ,, , 4" Fig. 5341 F UT WCB, API TiUM No.8 830000 C SHELL P R E S S U R E  T E S T  (cnscol SIDE (Uw) 

(PRUEBAS DE PRESION) 1 2 
--"-..v.. ".. 

Descripción CAST STEEL SWlNG CHECKVALVE 150 CLASS 1 H Y D R O S T A T I C  (PSII 1 450 N A 
(WDROSTATICA) 

315 N A  1 
(VALVULA RETENCIÓN T I P O  COLUMPIO DE ACERO FUNDIDO CLASE 150) 

VALVE WmTH LOW EMISSION CONTROL (M PPM'S M.) ( V A L V U U  SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGImAS (50 PPM'S M.) ) 1 P N E U M A T I C  IPSII  

mEUMATICAI 1 
MECHANICAL TESTS (PROP~MECANICAS) 

TENS YlELD ELG RED BHN 

KPSl KPSl % Yo 
CVNGZ IST 2ND 3RO AVC 

75.26 45.39 2 7  4 8  168 

73.81 44.23 2 7  4 9  165 

102.23 72.21 2 8  44 2 8 3  

3 

FACIO-21 REY?" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION QUNICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J e s k G d c í a  

ITEM HEATNo. MATERIAL 
<PARTE) (COLADA) 1ASTM) 

BODY WH33586 ASTM A-216IWCB 
CUERPO 

COVER WH33603 ASTMA-2I6iWCB 
TAPA 

WEDGE WH82042 ASTM A-217ICAII 
DISCO 

+ 

C M n  P S Si Ni Cr M o  V C u  C b  
0.211 0.980 0.030 0.016 0.456 0.480 0.072 0.010 0.038 0.001 

Nomlizated to (Nomllrado a) 930 Temer to CTemole a) 650 Eoüiado enaire. 
0.192 0.980 0.027 0.011 0.422 0.042 0.041 0.009 0.030 0.001 

Nomialirated m (Nomializado a) 930 Temer 10 (Temole a) 650 Enfriado en aire. 
0.114 0.620 0.026 0.007 0.570 0.085 13.140 0.015 0.020 0.009 

Nomlizada a (Nomlimted 10) 970 Temole a (Temoer 10) 630 Cwled in sir. 


