
(Numero)  N u m b c r  V102Rl805  
(Fecha)  Da tc  0210212011 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

m 
(ACCORDINC TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BEU3W WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALII'Y SYSrEM AND RLQUIREMENTS GlVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LASr EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAlO FUE DISENADO. FABRICAUO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTlNG API 6D - PlPELlNE VALVES -CATE, PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANS1B16-II - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AR041A08MAB830000M , 
(Código) 

4" Fig. 5341 F UT WCB, API TRiM No.8 830000 D e s c r i ~ t i o n  
Descnpcibn CAST STEEL SWING CHECK VALVE 150 CLASS 

(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMISSlON CONTROL (M PPM'S MAX.1 (VALVILA SUMINISTRADA CON CONTROL DE BUAS 
EMISIONES PUGLTNAS (M PPM'S m.) ) 

SHELL P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 

\ 
WEUMATICA) 

I MECHANICAL TESTS (PROPMECmCAS) 

450 N  A  315 N A  

N A  N A  
/ 

BACK 
(SWT) 

SlDE 
1 2 

TENS YIELD ELG RED BHN 
. 

KPSL KPSl % % 
2ND 3RD AVC C V N ~  isr  

75.40 46.84 2 4  4 6  167 

73.81 44.23 2 7  4 9  165 

104.98 72.36 2 5  4 8  2 8 0  

, 
FACIO-21 REV "Y' 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUMICA (%) 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

, 
J-ía 

ITEM HEAT No. MATERIAL 
IPARTE) (COLADA) (ASIM) 

BODY WH336W ASTM A-2161WCB 
CUERW 

COVER WH33693 ASTMA-216WCB 
TAPA 

WEDGE WH82038 ASTMA-217:CAlS 
DISCO 

. 

C Mn P S Si V N i  Cr M 0  CU C b  
0.218 0.850 0.029 0.012 0.457 O .  0.005 0.024 0.001 

Normalizated to (Nomializado al 930 Temoer lo (Te e a) 650 Enfnado en aire. 
0.192 0.980 0.027 0.011 0.422 0.042 0.041 0.009 0.030 0.001 

Nomalirated 10 (Normalizado a) 930 Temoer to (Temole a) 650 Enfnado en aire. 
0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 

Normalizado a INormalizaled lo) 970 Temole a (Temoer m) 630 Cooled ui air (Enfnadoen aire.) 


