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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
~ 

- -  ~ 

(ACCORDINC TO EN10204 TYPE 3.11 
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTLJRED AND TESTED ACCORDING TO OOR OUALITY SYSI-EM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLWWMG STANDARDS LAST EDI'TION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DECALIDADY CON REQUISITOS ESI'ABLECIDOS EN UNO O MAS DE LOS SlGllIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 
API 599 

- VALVE INSPECTION AND TESTMG 
- METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

API 6D 
API 600 

ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSl B16-II - FORGED FIITMGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AR041A08MAB830000M 
(Código) . 4" Fiz. 5341 F UT WCB. API TRlM No.8 830000 

"=>L. .",."U 

Descripción CAST STEEL SWING CHECK VALVE 150 CLASS 1 HYDROSTATIC (psn 1 450 N A 315 N A  1 
(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

PRESSURE TEST 
I .KLbHU DF YRF.TIO\ 

VALVE WlTH LOW EMlSSlON CONTROL (54 PPM'S M.) (VALVmA SUWNISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (g PPM'S M.) ) 

SHEI.1. ,c4sco SlDE iain 

1 2 

MECHANICAL TESTS 

1 CHEMICAL COMPOSITION (96) C O M P O S ~ C ~ ~ N  QUIMICA (%) TENS YlELD ELG RED BHN 

I 
FACIO-21 REY "3" 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J 
3 KPSl KPSI % % 

cm@ IST 2ND 3RD AVG 

74.39 44.66 25 48 161 

74.10 44.95 26 48 163 

104.98 72.36 25 48 280 

L . . 
ITEM HEATNo. M$IgRJ4L 

(PARTE) (COLADA) 
BODY ~ ~ 3 3 6 1 9  ASTM A-2161~~6 
CUERPO 

COVER WH33594 ASTMA-216nuCB 
TAPA 

WEDGE WH82038 ASTM AJI7ICAIS 

DlSCO 

C P S v Mn Si Ni C r  M0 CU C b  
0.207 0.981 0.028 0.014 0.492 0.041 0.061 0.015 0.029 0.001 

Nomializated to (Nomislirado al 930 Temoer to (Temole al 650 Enfriado en aire. 
0.219 0.840 0.029 0.017 0.406 0.049 0.043 0.007 0.028 0.001 

Normalizated fo Mormalizado a) 930 Temoer to (Temole al 650 M a d o  en aire. 
0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 

Normalizado a (Normalizated 101 970 Temele a (Tcmocr 10) 630 Cwled in air (Er6iado en aire.) 


