
Industrial de Valvulas S.A. de C. V. 
(Numero) Number  

(Fecha) D a t e  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EY10204 TYPE 3 1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OURQUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDlTlON 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DlSEÑADO FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DETALIDAI) Y CON REQlllSlTOS FSTABLEC IDOS EN LINO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTMG API 6D - PIPELME VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURETESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Pad No. AR041A08MAB830000M 
(Código) 

D e s c r i ~ t i o n  4" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL SWlNG CHECK VALVE 150 CLASS 

( V A L W L A  RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 
VALVE WITH W W  EMlSSlON CONTROL (50 PPM'S m.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES FUCITNAS (50 PPM'S M.) ) 

1 H Y D R O S T A T I C  (PSI) 1 450 N A  315 N A  1 
(HIDROSTATICA) 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESIOM 

I P N E U M A T I C  (PSI) 
iNEL?AATICAl 1 

TgFEot 

MECHANICAL TESTS IPRoP. 

y&$# 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

SlDE (LAW 
1 2 

TENS YlELD ELG RED BHN 

KPSl KPSl % % 
2ND 3RD AVG c m 6  IST 

83.23 47.27 29 49 167 

74.10 44.95 26 48 163 

I 

TAPA 

WEDGE WH82040 ASTMA-217ICAIS 
DISCO 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA1 1ASTMI 

BODY WH33642 ASTMA-216NCB 
CUERPO 

COVER WH33594 ASTMA-216IWCB 

C M n  P S S i  Ni Cr Mo V CU C b  
0.218 0.930 0.035 0.023 0.443 0.008 0.024 0.001 0.025 0.010 

Normaliatsd to (Nomialirado a) 930 Temwr 10 (Tewle al 650 Enñiado en aire. 
0.219 0.840 0.029 0.017 0.406 0.049 0.043 0.007 0.028 0.001 

Nomialiratd to (Nomializado a) 930 Temwr to (Tewle al 650 Enñiado en aire. 
0.126 0.720 0.039 0.012 0.498 0.116 12.780 0.033 0.024 0.033 

Nomializado a (Nomialirated to) 955 Temole a ITem~er m1630 Cwlsd in air 
91.93 73.08 24 43 287 


