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OUALITY ASSURANCE CERTIFICATE OF COMP

(ACCORDING TO EN10204 TYPE 3.1}

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

ESTANDARES ULTIMA EDICION.)

LIANCE

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND RE

FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y FROBADQ DE ACUERDO CON NUESTRO SISTEMA.DE CAL

QUIREMENTS GIVEN IN ONE OR MORE OF THE

IDAD Y CON REQUISITOS ESTABLECIDOS EN UNC O MAS DE LOS SIGUIENTES

APT 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END T(Q END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSIBl6-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Part No.
( g;dig 00) AR121A08MABS830000M [ PRESSURE TEST ?5%&% " s{%ﬁ){ SIDE  @ADo))
Description 12" Fig. 150 F UT WCB, API TRIM No.8 830000 (FRUEBAS DE PRESION) ¢ 1 2
Descripcién  CAST STEEL SWING CHECK YALVE 150 CLASS HYDROSTATIC (PST) 450 NA 315 NA
{(VALVULA RETENCION TIPO COLUMPIO DE ACERQ FUNDIDO CLASE 150) (HIDROSTATICA)
YALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) PNEUMATIC (PSI NA NA
(NEUMATICA) )
| MECHANICAL TESTS (PROP. MECANICAS) ]
L CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
; 3 - KPS KPSl % % )\
A EEAT No. MATERIAL C Mn P ) Si Ni Cr Mo Cu v Ch CVNG 1ST IND 3RD AVG
BODY WH67171 ASTM A-216/WCH 0.207 0.880 0.035 0.017 0.500 0.047 0.025 (.004 0.024 0.003 83.38 54,38 28 54 171
CUERPO Normalizated to (Normalizado a) 930 *C Tempet to (Temple 2) 650 °C Cooled in air, (Enfriado en aire,)
COVER WHG7160 ASTM A-216/WCB (0.180 0.840 0.031 0.015 0.500 0.050 0.049 0.009 0.035 0.005 86.86 60.90 29 53 172
TAPA Normalizated to {Normalizado a) 530 °C Temper to (Temple 8) 650 °C Cooled in air. (Enfriado en aire.}
WEDGE WH35383 ASTM A-216/WCB 0.204 0.950 0.032 0.016 0.449 0.014  0.040 0.001 0.036 0.002 7279 4495 28 54 150
DISCO Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
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