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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGUR.IiIíIENT0 DE CALIDAD CERTIFICADO DE CUiIIPLII\íIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN DI ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULITMA EDTCTÓN ) 

API 598 - VALVE INSPECTION AND TESTiNG API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDiNG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDWG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDiNG ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AROllA08MAB830000M 
(Código) 

Description 2" Fig. 5341 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL SWING CHECKVALVE 150 CLiiSS 

WALVULA RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

VALVE WITH LOW EbflSSION CONTROL (50 PPM'S kAK.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
~ n f l s i o ~ ~ s  F~GITIVAS (so PPnits niAx.) ) 

BIECHWICAL TESTS MECANICAS) 

f 
PRESSURE TEST 

(PRUEBAS DE PRESION) 

HYDROSTATIC íPSD 
(HIDROSTATICA) 

PNEUMATIC r~sn  
(NEUMATICA) 

\ 

SHELL BACK SIDE n a ~ o ) '  

I 

I I I 
.-  

CUERPO Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire. 
COVER WH35361 ASTM A-216iWCB 0.200 0.998 0.026 0.017 0.484 0.016 0.018 0.001 0.031 0.002 79.32 47.13 32 52 152 

(CASCO) 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 
I 

l ~ ~ h l  HEAT No. MATERIAL 
(PARTE) (COLADA) (ASTM) c Mn P S s i  Ni Cr M0 CU v Cb 

BODY WH35877 ASTM A-216lWCB 10.205 0.963 0.020 0.018 0.465 0.055 0.014 0.005 0.042 0.010 

I Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfriado en aire. 
ASTM A-217lCA15 0.126 0.720 0.039 0.012 0.498 0.116 12.780 0.033 0.024 0.033 1 9 1 . 9 3  73.08 24 43 287 

TENS YIELD ELG RED BHN 

hPSl KPSI /o /o 
CVNlul IST 2N D 3RD AVG 

82.22 51 48 29 57 162 

DISCO 

450 N A  315 N A  

N A  N A  
J 

(SEAT) 
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CERTIFICADO POR CERTTFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSUIWNCE 
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YOLANDA PONCIANO 


