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OUALITY ASSURANCE CERTIFICATE OF COMPLIAN CE

(ACCORDING TO EN10204 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO ) ‘
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE

FOLLOWING STANDARDS LAST EDITION:
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES

ESTANDARES ULTIMA EDICION.)

CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD  QUALITY ASSURANCE

Jessica-Garcia

APIL 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 -METAL PLUG VALVES - FLANGED, THREADLD AND WELDING API1 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - TORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS APLG602 - CQMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
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Cosarlpléa CAST STEEL SWING CHECK VALVE 136 CLASS i HYDROSTATIC (P 430 NA 215 N A
(VALVULA REFTENCION TIPC COLUMPIO DE ACERO FUNDIDO CLASE 156) (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTEOL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) PNEUMATIC (PSD N A NA
(NEUMATICA) )
( MECHANICAL TESTS  (PROP-MECANICAS) )
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BODY w5281 ASTM A-216:WCB 0.191 0.610 0.023  0.01 0.419 0.019  0.030 0.001 0.041 0.002 73.81 43.21 29 51 164
CUERPO Nermalizaied (o (Nornalizado a) 930 °C Temper to (Temple a) 650 °C Enftiado en aire.
COVER WH35283 ASTM A-216/WCB 0.211 0.915 0.029  0.019 0.522 0.022  0.051 0.001 0.032 0.002 76.85  46.98 26 49 169
TAPA Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Enfriado en aire.
WEDGE WH82045 ASTM A-217/CALS 0.114 0.808 0.025 0.012 0.528 0.102 13.209 0.001 0.017 0.036 94.25 73.81 28 43 234
Disco Normalizado a (Normalizated to) 970 °C Temple a {Temper to) 630 °C Cooled in air. (Enfriado en aire.)
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