. Industrial de Valvula;,ﬁS A. deC V.. (Numero) Number

(Fecha) Date

AS DESIGNED MAI\UFALTURE‘
FOLLOV

ESTANDARES ULTTMA EDICION. )

.- VALVE INSPECTIQN AND TESTING | API 6D o 1 - -PIPELINE VALVES - GATE, PLUG, BALL AND CHECK - =
. . -METAL PLUG VALVES FLANGED, THREADED AND WELD]NG . API 600 N © - STEEL GATE VALVES, FLANGED AND WELDING ENDS
) ANSI BIG—IU ‘ -FACETO FACE AND. END TO END DIMENSIONS OF VALVES" ANSIBI16-11 .~ ; + - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-—34 - VALVES FLANGED THREADED AND WELDING ENDS e API 602 I © " -COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS- SP6I - - PRESSURE TESTING OF STEEL VALVES st .~ WELDING AND EXTENDED - BODY ENDS
I(’(alztdn I:O(; AR041A08MAB830000M [ " PRESSURE TEST %&%(I;g; l% A gT])< SIDE a0
Description 4" Fig. 5341 ¥ UT WCB, API TRIM NO 8 830000 (PRUEBAS DE PRESION) 1 2
Descripcién  CAST STEEL SWING CHECK VALVE 150 CLASS ) HYDROSTATIC (PSD 450 NA 315 NA
: (VALVULA RETENCION TIPO COLUMPIO DE ACERO FUNDIDO.CLASE 150) . (HIDROSTATICA)
VALVE WITH LOW EMISSION CONTROL (50 PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) PNEUMATIC (PSD NA N A
(NEUMATICA) )
[ MECHANICAL TESTS (PROP. MECANICAS) }
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG  RED  BHN ]
KPS KPSI % % Y
&I@E‘) (%gﬁ'{;%"‘ M"}E%Iy%‘i]‘ C Mn P S Si Ni Cr Mo Cu \'% Cb CVN{I@, 1ST 21\/11) 3RD AVG
BODY WH3229 ASTM A-216/WCB 0.220 0.972 0.028 0.016 0.452 0.060  0.030 0.010 0.040 0.001 76.70  45.53 29 51 167
CUERPO Cooled in air. (Enfriado en aire.)
COVER WH32019 ASTM A-216/WCB 0.187 0.943 0.021 0.017 0414 0.031 0.032 0.007 0.028 0.011 74.97 44.37 28 54 160
TAPA Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air. (Enfriado en aire.)
WEDGE HD6942 ASTM A-217/CA1S 0.100 0.880 0.012 0.025 0.840 0.960 12.650 0.054 0.012 0.001 98.16 70.47 25 44 229
DISCO Enfriado en aire. (Cooled in air.)
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