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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
< A ~ C O P ~ T N C  TO F N ~ ~ ~ ~ ~ T V P W  1 I I  ~. .u - v. .-. . . .. . - - . . . . - " . . . . - - . . , 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT L l S E D  BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDMG TO OUR QUA1.ITY SYSTEM AND REQUIREMENTS CilVEN IN ONE OR MORE OF THE 

FOLLOWJNG STANDARDS LAST EDIXON: 
(CERTIFICAMOS QUE ELPRODUCTD LISTADO ABAJO FUE DIsE$JAW. FABRICADO Y PROBAW DE ACUERDO CON NUESTV SISTEMA DE CALIDADY CON REQUISITOS ESTABLECIWS EN UNO O MAS DE WS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG API 6D - PlPELlNE VALVES - CATE, PLUG. BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WELDMG ENDS 
ANSI 016-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSi B16-34 - VALVES - FLANGED. THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

P a r t  No. AC061A08MABS30000W 
(Caigo) 

D e s c r i ~ t i o n  6" Fig. S202 F UT WCB, API TRíM No.8 830000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W H  LOW EMlSSlON CONTROL (Y) PPM'S MAX.) IVALVULA SUMINISTRADACON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (Y) PPM'S M.) ) 

I H Y D R O S T A T l C  (PSI) I 150 

450 
(HIDROSTATICA) N A l  

PNEUMATIC (PSI) I 80 80 
(NEUMATICA) 

MECHANICAL TESTS CpRoP MECAN'C4S) 

TENS YIELD ELG RED BHN 

KPSl KPSl % % 
m@ lm 2ND 3RD A V 0  

74.97 45.97 25 5 0  165 

76.27 46.1 1 27  4 9  167 

94.25 73.37 26  4 8  284 

FACIO-21 W1' 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

ITEM HEAT NO. MATE IAL 
(PARTE) (COLADA1 (AS& 

BODY WH32988 ASTM A-2lbAVCB 
CUERW 

BONNET WH33012 ASNA-II6WCB 
WNETE 

WEDGE WH82033 ASTMA-217ICAIS 
DISCO 

c M n  P S S i  Ni  C r  M0 C U  v C b  
0.203 0.902 0.033 0.012 0.418 0.009 0.016 0.001 0.027 0.003 

Nomlizated fo Momialirado a) 930 Temwr 10 (Temole al 650 Enfnado en aire. 
0.193 0.920 0.028 0.011 0.415 0.049 0.058 0.013 0.050 0.001 

Nomialirated 10 Momialilado a) 930 Temoer 10 (Temole al 650 Eofriado en a*. 

0.135 0.770 0.026 0.010 0.520 0.098 12.700 0.017 0.025 0.043 
Nomililado a (Nomürated 101 970 Tem~le a (Tem~cr tol630 Cooled ui air. 


