
Indrrstrial de Valvulas, S.A. de C. V 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 

.. ...e fe.( ;,; Te~otzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO Eh10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE C U M P L l M l E N l O  
WE CERTEYTHAT THE PRODUCT LISTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND KEQlllREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DECALIDADY CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTINC AP16D - PPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING AP1600 - STEEL CATE VALVES. FLANGED AND WELDING M D S  
ANSI 816-10 -PACE TO FACE AND END TO END DLMENSIONS OF VALVES 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES 

P a r t  No. AC061A08MAB830000W 
(Código) 

6" Fig. 5202 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESION) 
Descript ion 

Descripción CAST STEEL CATE VALVE 150 CLASS H Y D R O S T A T I C  (PSI) 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

VALVE WTiH LOW EMISSlON CONTROL (50 PPMiS MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES PUGITNAS (50 PPM'S M.) ) P N E U M A T l C  (PSl l  

INFIIMATICAI 

MECHANICAL TESTS (PROP. MECANICASI 

BONNET WH33009 ASTMA-ZI6NCB 74.10 44.95 2 7  

WEDGE WH82032 I\SI'MA-Z17ICAIS 100.34 73.52 25 
Enüiado en aire. (Cooled in airl 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD Q U A L l n  ASSURANCE 


