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OUALITY ASSURA ATE OF COMPL 
(ACCORDING TO EN10204 TYPE 3.11 

ASEGURAMIENTO DE CALIDAD CERTIFICADODE CUMPLIMIENTO ~ ~ ~-~ ~ ~ 

SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWNG STANDARDS LAST EDITION: 

Y CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 API 6D - PLPELME VALVES - CATE. PLUG. B A U  AND CHECK 
MI 599 API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 ANSIBI6-11 - FORGED FITTINGS. SOCKET - WELDMG AND THREADED 
ANSlB16-34 AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP6I WELDING AND EXTENDED - BODY ENDS 

(Código) 
D e s c r i ~ t i o n  TRIM No.8 830000 

/ P R E S S U R E  TEST 
(PKUCBAS DE PRESIOM 

H Y D R O S T A T I C  IPSI) 
(K7DROSTATICA) 

P N E U M A T I C  (PSI) 
(NEUMATICA) < 

?&# SlDE (~nw)? 
1 2 

450 4 5 0  N A  N A  

80 80 
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ITEM HEAT No. MATERIAL 
(PARTE) ~COLADAI (AS 

BODY WH32973 ASTM A-2 
CUERW 

BONNET WH33W9 ASTMA-2 
BONETE 

WEDGE WH82035 ASTMA-217rCAIS 
DISCO 

CERTIFICADO POR: 
ASEGURAMIENTO DE CALIDAD 

MECHANICAL TESTS (PROPMECANICI\S) 

TENS YIELD E L G  R E D  BHN 

KPSl KPSl O% % 
2ND 3RD AVG m 6  isr 

76.42 44.95 31 52 152 

74.10 44.95 27 48 165 

104.98 72.36 25 48 236 

FAClO-11 REY '3' 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUlMlCA (%) 

CERTWIED BY : 
QUALiTi' ASSURANCE . 

J w c i a  

MI 
61WCB 

6mCB 

V C Mn P S Si N i  Cr M 0  CU C b  
0.222 0.980 0.033 0.014 0.480 0.052 0.039 0.011 0.031 0.001 

Namialiratpd lo (Namia l~do  a) 930 Temoer to (Temole a) 650 En6iado en aire. 
0.209 0.930 0.031 0.013 0.506 0.041 0.203 0.009 0.034 0.001 

Nomializated to (Nomializado a) 930 Temoer to (Tem~le a) 650 Enfnado en aire. 

0.138 0.730 0.037 0.011 0.580 0.107 13.380 0.017 0.021 0.035 
Nomlimdo a (Nomlizated to) 955 Temle a ITe-r lo) 630 Cwled in air 


