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! OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE P R O D ~ T  LISTED BELQW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

i FOLLQWING STANDAKDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUC. LISTADO ABAlO FUE DISEÑAW. FABRICADOY PROBADO DE ACUERWCON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO0 MAS DE W S  SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING AP16D - PIPELINE VALVES - CATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FllTlNGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - FXESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC061A08RIAB830000W 
'C6digo' 6IV ~ i i .  5202 F UT WCB, API TRIM No.8 830000 Descript ion 

Descripción CAST STEEL GATE VALVE 150 CLASS 
(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S MAX ) WALVULA S U n m M S T W A  CON CONTROL DE BAJAS 
EMISIONES FUGITNAS (SOWM'S MAX) ) 
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TENS YlELD ELG RED BHN 

WSI KPSl % % 
2ND 3P.D AVC cwid  IST 

75.69 44.52 3 1  5 8  165 

75.69 44.52 3 1  5 8  165 

100.34 73.52 25 4 2  283 
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C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 
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lTEM HEATNa M?,TgBAL 

1PARTEI (COLADAI 
BODY WH.32998 ASTM A-216NCB 

CUERW 

BONNET WH32995 ASTMA-216NCB 
BONFTE 

WEDCE WH82032 ASTM A-217ICAIS 
DISCO 

C Mn P S S i  Ni  C r  M o  V C U  C b  
0.211 0.960 0.035 0.014 0.432 0.036 0.042 0.007 0.031 0.001 

Nomlizated ta iNomlizado al 920 Temoer to (Temole a) 650 Enfiado en aire. 
0.211 0.960 0.035 0.014 0.432 0.036 0.042 0.007 0.031 0.001 

Nomlizated to (Nomializado a) 930 Temoer to (Temole a) 650 Enfiado en aire. 
0.108 0.680 0.018 0.014 0.458 0.090 13.260 0.017 0.031 0.024 

Nomalizado a (NomluaDd to) 970 Temole a (Trrnoer to) 630 Enhiado en aire. (Cooled in air) 
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