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i OUALITY ASSURANCE CERTIFIC 
(ACCORDING TO EN10204 TYPh 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUC4 LISTADO ABAJO FUE DISLNADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 
API 599 

- VALVE INSPECTION AND TESTMG 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

ANSI B16-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, iHREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ~ ~ 0 6 ~ ~ 0 8 ~ ~ ~ 8 3 0 0 0 0 ~  r 
SHELL BACK SlDE (-1' 
(CASCO) (SEATI 1 2 

450 450 N A  N A  

80 80 
I 

(Código) 6" Fig. 5202 F UT WCB, API TRIM No.8 830000 D e s c r i ~ t i o n  
Descripción CAST $TEEL CATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVI WTIH LOW EMISSION CON' OL (SO PPM'S MAX.) (VALVULA SUMINISTRADA CON CONTROL DE BUAS 
EMISIONES FUG-AS (50 PPM'S &.) ) 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  (PSI) 
(HIDROSTATICAI 

P N E U M A T I C  (PSI) 

L 
(NEUMATICA) 

I MECHANICAL TESTS (PROP~MECANICAS) 

TENS YlELD ELG RED BHN 

KPSI KPSl Yo % 
cwia ~ S T  2M> JRD AVG 

77.43 47.56 31 49 166 

75.69 44.52 31 58 165 

100.34 73.52 25 42 283 

FAClO-21 REV"3" 

C H E M I C A i  C O M P O S l T l O N  (%) COMPOSICI~N QUIMICA (%) 

j 

CERTIFICADO POR: ~ERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

ITEM HEATNo. 
?%$'L (PARTE) (COLADA) 

BODY WH32993 ASTM A-2IóIWCB 
CUERW 

BONNET WH32995 ASTMA-216NCB 
BONETE 

WEDGE WH82032 ASTMA-217lCA15 
DISCO 

C M0 P S S i  Ni Cr Mo V CU C b  
0.194 0.914 0.032 0.013 0.430 0.040 0.034 0.008 0.032 0.001 

Nomlmted to (Nomisliado a) 930 Temver to (Temole a) 650 Enfriado en aM.  

0.211 0.960 0.035 0.014 0.432 0.036 0.042 0.007 0.031 0.001 
Nomisliratd to (Nomislirado a) 930 Temver to (Temvle a) 650 Enfriado en aire. 
0.108 0.680 0.018 0.014 0.458 0.090 13.260 0.017 0.031 0.024 

Nomalirado a (Nomlirated to) 970 Temole a (Temwr m) 630 Enfriado en aire. (Coaled h air) 


