
Industriul de Valvulas, S.A. de C. V. 
Ai'. de La Industria Lote 16 Fracc. Industrial El Trebol 
Te~otzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
1ACCOr)nlNC TO FVIO7RI TVPP 1 1, .- - . ..v".., 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CIIMPLIMIENTO -~ ~- . - --  ~ 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDWG TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONEOR MORE OFTHE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADOABAlO FUE DISENADO. FABRICAW Y PROBADO DE ACUERDO CONNUESTRO SISTEMA DE CALIDAD Y CON REOUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION) 

API 598 - VALVE WSPECTLON AND TESTING API 6D - PlPELlNE VALVES - CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDlNG ENDS 
ANSI 616-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSIB16-11 - FORGED FITTINGS. SOCKET - WELDh'G AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061A08MAB830000W 
(Código) 

D e s c r i ~ t i o n  6" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Hml W W  EMlSSlON CONTROL (Y) PPM'S MAX.) (VALVUU SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES PUCIiNAS IM PPM'S m.) 

1 (NEUMATICAI 1 
C MECHANICAL TESTS (PROP. MECANIUSI 

HYDROSTATIC ( P S ~  
(HLDROSTATICA) 

P N E U M A T I C  (PSI) 

, 
I CHEMICAL COMPOSITION í%) COMPOSICIÓN OUIMICA I%) I TENS YIELD ELG RED BHN 

450 450 N A  N A  

80 80 

FACIO-21 REV 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

L 
ITEM HEAT No. MATERIAL 

(PARTE) (COLADA1 ( A S M  
BODY WH32974 ASTM A.2I6WCB 

CUERW 

BONNET WH33010 ASTM A-216rWCB 

80NErE 

WEDGE WH82032 ASTM AIII ICAIS 

C M n  P S Si N i  C r  C u  V M 0  C b  
0.211 0.970 0.032 0.018 0.477 0.040 0.052 0.010 0.034 0.001 

Normalirated io (Normalizado al 930 T e w r  to (Temole a) 650 Eoñiado en aire. 
0.216 0.930 0.033 0.014 0.500 0.062 0.000 0.006 0.035 0.005 

Nadizated fo (Nomializado a) 930 Temxr to (Temole al 650 E f i d o  en a&. 
0.108 0.680 0.018 0.014 0.458 0.090 13.260 0.017 0.031 0.024 

KPSl KPSl Yo % 
CVNGZ IST 2ND 3RD AV0 

77.00 47.27 2 4  4 5  154  

76.42 43.07 2 7  4 7  170  

100.34 73.52 2 5  4 2  283  


