
'WAbWC8"l'l"H Industrial de Valvulas, S.A. de C.V. (Numero) Number V10C15947 
Av. de La ~ndustria Lote 16 Fracc. Industrial El Trebol 

>. .  *. ..\. (Fecha) Date 19IlOl2010 
,; 7 ,, . .Fp.$?.?; '. ,\;!rcci f 8 d  2 Tepotzoflan. Estado de Mexico C.P. 54600 u 

i..';ii"li". I rXX,<.~~.* :M; I . ; , .~s**2"s  . , . ' . . ,  . . . .  . .:* .. .,vlm, w 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OURQUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DE LOS SlGUiFNTES 

ESTANDARES ULTIMA EDICI~N I 

API 598 - VAIVI: INSPI'CIION ANI> I I-YIING API 61) - PII'I.I.INP. VALVES - (iATC. PLUG. HA1 l .  ANDC'IIECK 
API 599 - MFTAI. PIUG VALVFS - FI.ANGkl>. I'HKkAl>FI> ANI> WEIDING API hliil - STEEL CATE VALVES. I:I.ANGEI> AND WCLDING ENI>S 
ANSI 816-l(1 - FACETO FACE AND ENDTO END DIMENSIONS OF VALVES ANSl BI6-lI - FOR(iED I~TII'INGS. SOCKFT - WELDING ANI> IHKI-ADED 
ANSlB16-34 - VALVCS - rLAN(iED,THRCADED AND WELDINCi ENDS 
MSS-SP61 - PKESSUKE'I ESI'ING OF Sllibl. VAI.VES 

API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED. 
WELDING AND EXTENDED - BODY ENDS 

CLHIII~ICAIX) POR CKHiIFIEI> RY : 
ASI~iIIK/\MICNIOUFCAI.IDAD QUALITYhSSURANCE 
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Part  No. AC041A08M.4.48300000 I PRESSURE TEST 

/ I I  
~ o l a n k  Ponciano 

I MECHANiCAL TESTS 

(C6digo) 4'l Fig. 5202 F UT WCB, API TRIM No.8 8300000 Deseri~tion 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WíM W W  EMISSION CONTROL (M PPM'S MiU) WAJ.VUL.4 SUhUNISTRADA CON CONTROLDE BAJAS 
EMtSlONES PUClTwAS (54 PpM-S M . )  1 

TENS YlELD ELG RED RHN 

r n l  KPSl % % 
CYNO IST 2ND 3RD A V 0  

80.62 47.27 28 41 152 

78.59 51.91 40 53 153 

99.47 70.76 24 43 272 

\ 

CHEMICAL COMPOSITION (%) COMPOSICI~N QU~MICA (%) 

(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC msn 

, ITEM HEAT NO. MATERIAL 
(PARTE1 1COtADAl (ASTMI 

BODY WH27327 ASTM A-2161WCB 
CUERPO 

BONNET m 4 1 9 2  ASTMA-216AYCB 
BONETE 

WEDGE D3275 ASTM A-217ICAIS 
DISM) 

< (NEUMATICA] 

v c MU P S Si Ni C r  M0 CU Cb 
0.204 0.878 0.032 0.019 0.557 0.017 0.121 0.013 0.023 0.003 

Nomialited to Womialirado a) 930 Temwr 0 (Tem~le a) 650 Cwled in air. (Enfriado en a&.) 

0.217 0.932 0.025 0.017 0.450 0.009 0.017 0.029 0.034 0.005 
Nomialirated to (Nomialirado a) 930 Temwr ui I T m l e  a) 650 Cooled in aU. (Enfriado en aire.) 

0.100 0.750 0.016 0.015 0.870 0.410 12.620 0.089 0.042 0.001 
Normalizado a (Normalirated 10) 970 Tem~le s (Temwr 10) 630 Wado enaire. (Cooled in air.) 


