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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESLGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS G N E N  IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL P R O D U ~  LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDlClON ) 

API 598 - VALVE INSPEGTION AND TESTING API 6D - PlPELLNE VALVES -CATE. PLUG, BALLAND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END T O  END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Código) 

D e s c r i ~ t i o n  4" Fig. 5202 F UT WCB, API TRIM No.8 8300000 
Dscnpción C A S I ' S ~ E : E L C A T E  VALVE 150 CI.ASS 

(VAl.VULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTEI*>W EMISSION CONTROL 1% PPM'S W.) W4LVUI.A SUMLNISTR*OACON CONTROLDE BAJAS 
EMISIONES FUGITIVAS 150 PPM'S M.) ) 

1 H Y D R O S T A T I C  IPSI> 1 450 450 N A  N A l  
(HTDROSTATICA) 1 P N B U M A T I C  RSíl 
(NFlMATlCA> 1 80 1 

- 
AY' PACIO-21 REV" 

MECHANICAL TESTS (PROP.MECANICAS) 

CERTIFICADO POR. CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

Yolanda fonciano 

TENS YlELD ELG RED BHN 

m1 KF'Sl % % 
cvw IST 2ND 3RD A V 0  

76.56 49.01 29 45 164 

87.87 47.27 32 58 155 

99.18 70.91 27 44 271 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUiMlCA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) ICOIADAI (ASThll 

BODY XS324 ASTM A - 2 1 6 1 ~ ~ ~  
CUERPO 

BONNET WH24028 ASTMA-216NCB 
BONRE 

WEDGE D2994 ASTMA-2171~~15 
DISCO 

C M n  P S Si Ni V CI M 0  CU Cb 
0.189 0.860 0.033 0.018 0.360 0.034 0.024 0.026 0.064 0.004 

Normalkted 10 ¡Nomializado a) 930 Temwr lo (Tem~lc al 650 Cooled in a". (Enfriado en aire.) 
0.209 0.956 0.028 0.017 0.463 0.006 0.005 0.025 0.044 0.002 

Normalizad 10 ¡Nomializado a) 930 Temwr 10 (Temvle a) 650 & I d  in a". ( W a d a  en aire.) 
0.100 0.730 0.017 0.015 0.870 0.500 12.190 0.019 0.040 0.002 

Nomalirado a (Nomaliratcd 10) 970 Temvle a (Temwr fa) 630 Enfriado en aire (Cooled h ak.) 


