
Industrial de Valvulas, S.A. de C.V 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Te~otzotlan. Estado de Mexico C.P. 54600 '. 

(Numero)  N u m b e r  VlOC16423 
(Fecha)  D a t e  u 19l10l2010 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYVE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
W E  CERTFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFAnURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQULREMENTS GiVEN M ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDAW ULTIMA EDLCION 1 

API 598 - VAI.VF INSI'ECI'ION AND I'ES'IINU API 6B - 181PFl.lhli VALVES - GA'TF. PLII<i. BALL AND CHECK 
API 599 - MFTAL PLllG VAIVkS - FIANGEI). I HKI:AI>I.I>ANI> WL.I.DING Al'l hllO - STCEL <iAI'k VAI.VES. FLANUED ANI) WEl.l>lRG ENDS 
ANSl 816-10 - FAC'ETO FACE AND ENDTO END DIMkNSIONS O t  VALVES ANSlB10-11 - FOKUlil> tIITINCiS, SOCKEI' - WI:I.I>ING ANDTIIREAI>EI> 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS 
MSS-SP6i - PRESSURE TESTING OF STEEL VALVES 

Part No. AC041A08MA.48300000 
(m") 4" Fig. 5202 F UT WCB, API TFUM No.8 8300000 Descr iu t ion  

Uwcnpci6n CABI'S'I'KKI. CA'I'b; VALVK l50CI.ASS 
(VhLVU1.A COMPUERTA DE ACERO FUNDIDO C L M E  150) 

VALLYE Wínl W W  EMISSION CONTROL (Y) VPM'S MU.1 WALVULA SUDWISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (SO PPMMS MAX.1 ) 

, ITEM HEAT No. MATERIAL 
<PARTE1 (COLADA) IASTMI 

BODY WHZO816 ASTM A-216IWCB 
CUERPO 

BONNET WH24028 ASTMA-2161WCB 

BONETE 

API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

1 P N E U M A T I C  IPSII 
(NEUMATICAI 1 

PACIC-21 QZV 9" 

CERTIFICAW POR CERTIFIED BY : 
ASEGURAMIENTO DECAUDAD QUALITY ASSURANCE 

Yok%ndQ/Ponciano 

MECHANICAL TESTS (PROP. MEwrUIS) 1 
C H E M I C A L  C O M P O S I T I O N  (%) C O M P O S ~ C ~ ~ N  QUIMICA (%) 

C M n  P S Si Ni Cr M0 Cu V C b  
0.216 0.977 0.023 0.015 0.475 0.052 0.290 0.032 0.019 0.001 

Normaiirafed to (Nomalizado a) 930 T e m r  to (Temole a) 650 Cwled in air (Enfciado en aVe.1 
0.209 0.956 0.028 0.017 0.463 0.006 0.005 0.025 0.044 0.002 

NormalVated lo (Nomalirado al 930 T e m r  to (Temole a) 650 Cooled in air. ( W a d o  en a i n l  
0.135 0.576 0.025 0.024 0.684 0.107 12.670 0.028 0.021 0.026 

Normalirado a (Nomaliratcd 01 970 Temple a (Tem~er 10) 630 Enbiado en a¡=. (Caoled in a".) 

TENS YIELD ELG RED BHN 

KPSI KPSI 4 % 
c m @  1 s ~  ~ N D  ~ R D  AVO 

84.83 55.10 32 57 152 

87.87 47.27 32 58 155 

99.76 70.90 24 45 300 


