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Industrial de Vahular, $A. de C. Y 
Av. de La Industria Lote 16 Fracc. Indtdstrial El  reb bol 

S 4 Teoofzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CER F COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LlSTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUAiiTY SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OF THE 

FOLLOWMG STANDAIDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTF SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTMG API 6D - PIPELME VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDMG API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OP VALVES ANSI B16-11 - FORGED FITTINGS. SOCKE? - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES 

Part No. AC041A08MAA8300000 
(Cádigo) 

Descri~tion 4" Fig. 5202 F UT WCB, API TRIM No.8 8300000 
Docnpcián CAST STEEL CATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
V*LYEWllU II>W EMISSION CONTROL (SO PPM'S M.) (YALVULA SUMINISTRADA CON CONiROLDEBiWAS 
EMISIONES FUGITIVAS (SO PPM'S MAX.1 1 

API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
WELDING AND EXTENDED - BODY ENDS 

I HYDROSTATIC (PSI) I 450 

450 
(HIOROSTATLCA) N A l  

PRESSURE TEST ~~~~o~ 
(PRUEBAS DE PRESION) 

I MECHAh'iCAL TESTS (PROPMECANICAS) 1 

SIDE ( L m )  

1 2 

I J 

1 CIIEMI<:AI. COMPOSlTlON 1%) COMPOSICI~N QlliMlCA (%j 1 TENS Y1b:l.D ELC; RED RHN 

CERTIFICADO POR: CERTIFlED BY : 
ASff iWIENIO DECALIDAD QUALlTY ASSURANCE 

Yolanda ponciano 

I 
KPSI KPSI % % 

C V N ~  IST ZND 3RD A V 0  

82.13 50.17 33 42  161 

75.25 47.85 27 57 153 

73.37 47.12 27 5 1 165 

FACI&ZI RKV'J" I 

I 
ITEM HEAT No. MATERIAL 

(PARTE1 <n>LADAl 1ASTM) 
BODY WH23566 ASTMA-216IWCB 

CUERPO 

BONNET m 3 6 2 4  ASTMA-216nUCB 
BONETE 

WEDGE WH3837 ASTMA-216IWCB 

DISCO 

. 

~ ~ ~ ~ . ~, 

C S v M n  P si Ni CI M0 CU Ch 
0.200 0.890 0.028 0.017 0.440 0.005 0.022 0.005 0.064 0.001 

Nomlizated to (Nomializado a) 930 T e m r  to (Tem~le a) 650 Cooled in a". (En&do en aire.) 
0.200 0.952 0.029 0.018 0.405 0.010 0.020 0.045 0.069 0.007 0.352 

Nomalizated lo (Nomializado a) 930 T e m r  to (Temle a) 650 Cwled in air. (Enfriada en aire.) 
0.205 0.914 0.027 0.022 0.443 0.040 0.040 0.010 0.030 0.001 

Nomliraied l o  Blomlirado a) 930 Temwr to (Temole a) 650 Enüiado en a k .  
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