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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTWICADO DE CUMPLIMIENTO 
WE CERTlFY THAT THE PRODU W WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OURQUALITY SYSTEM AND REQUlREMENTS GlVEN IN ONE OR M 

FOLIDWING STANDARDS LAST EDI'IlON. 
(CERTW'ICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

AP1598 
API 599 
ANSI B16-10 

- VALVE INSPECllON AND TESTING 
- METAL PLüG VALVES - FLANGED, THREADEO AND WE1,DING 
- PACE TU FACE AND ENDTU END DIMENSIONS OF VALVES 

ANSl E1634 - VAI.VFS - FIANGED. THREADED AND WELDiNG ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

Part No. AC041A08MAA8300000 
(Cádigo) 

D e s c r i ~ t i o n  4" Fig. 5202 F UT WCB, API TRiM No.8 8300000 
h n p c i 6 n  CAST STEEL CATE VALVE 150 CLAFS 

(VALVULA COMPUERTA DE ACERO NNDLDO CI.ASE 1.50) 
VALVE WIIH LQW ZMLSSION CONTROL (SO P P W S  MUL) (VALYUL* S-A CON CONTROL DE B 
EMlSlONES P U G n n A S  (SO PPM'S MAX.) ) 

MI 611 - PLPELINE VALVES - GATE. PLIIG. RALL AND CHECK 
API 600 - STEEL CATE VALVES, FI.ANGEI> AND WkLDMG ENDS 
ANSI R16-II - FORGED FTITMGS. SOCKtT - WELDING AND THREADED 

COMPACT STEELGATE VALVES - FLANGED. THREADED. 
WELDING AND EXTENDED - BODY ENDS 

SHELL PRESSURE T E S T  casm) ?@$# SrnE  W) 
( P R W  DE PRESION) 1 2 

1 (NEUMATICA) I J 
r MECHANICAL TESTS (PROP.mC*Niw) 1 
\ I 

I CEEMICAL COMPOSITION (YO) COMPOSICIÓN QLIIMICA (%) TENS YIELD ELG RED BHN 
1 

. . I 

ITEM BEATNO. MATERUL P S v m1 KPSl % % 
(PARTE) ( C O ~ A )  (ASTMI M n  S i  Ni  Cr Mo C u  Cb 1 m@ i s r  ZM> ~ R D  AYO 

BODY WHZ4547 nsinr6- 1 0.198 0.899 0.033 0.022 0.480 0.021 0.075 0.008 0.024 0.006 1 73.08 42.05 30 53 162 
CUERPO 

BONNET WW3583 AsmAS1Mvca ' 

BONBIE 

WEDGE ~ ~ 8 1 1 8 9  ASTMA-Z17/U\I5 
DlSW 

Nomaümtsd ü, (Nomaümdo a) 920 Te-r lo CTemls a) 650 Cooled io ir. (&da en aire.) 
0.210 0.910 0.033 0.019 0.445 0.005 0.016 0.005 0.019 0.001 

Noimahtd m (Nomaümdo a) 930 T e w r  lo CTwnoIc a) 650 Cmled h air. W a d o  en aire.) 
0.134 0.617 0.033 0.019 0.523 0.089 13.120 0.042 0.018 0.001 

Nomdhdo a (Nomdhtd  lo) 970 Tcmole a CTsmoer m) 630 Enhiado en aire. (Cwled h e.) 

74.82 37.12 33 58 155 

100.48 70.61 26 44 257 


