
. . 
.. < . Industrial de Valvulrrs, S.A. de C. V. 'w&akBwo~r~ , "  

A r  de L¿ Industria Late 16 Frucc. LdustriuI El Trebol 'U '. 
. .  . ::ir jt-c. í 042 Tepotzotlun, Estado de Me,.rico C.P. 54600 

....** ,.,+. .*.-. %.. . <, . -., < w,i-i,,.,.- a.a "-. .,?,. nr -.,-. rrx*;ir..ílr;* .,.. .> ..%.. ..* ~.3.--'.i..;':i =-L.. . ̂..ra 
OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE - - 

(ACCORDING ' S 0  EN10204 TYPE3.1) 
' ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTlFY THAT THE PRODUCT LlSTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDINGTO OUR QUALlTY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MOREOFTHE . - ~ 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DIsEP?ADO. FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS Eh' UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICLON.) 

API 598 - VALVE WSPECTION AND TESTING AP16D - PPELINE VALVES - CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DIMENSIONS O F  VALVES ANSIB16-11 - FORGED FíITINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC041A08MAA8300000 
(Cbdigo) 

Descrint ion 4" Fig. 5202 F UT WCB, API TRiM No.8 8300000 
- ~~~ 

I>acrip.ii>n CASY STEEL GATE VAI.VE 150 CLASS 
(VA1.VIII.A COMPUERTA I>E A<:EH<> FIINI>II>OCI.ASE 150) 

V*LVE WíM W W  EMISSION CONTROL (SO PPM'S M . )  WALVULA SUMINISTRADACON CONTROLDEBAJAS 
EMISIONES P U C m A S  (M PPMMS M . )  ) 

I H Y D R O S T A T I C  (PSI) I  150 

450 
(HIDROSTATICA) N A l  

MECHANICAL TESTS (PROPMECANIC/\S) 1 
TENS YlELD ELG RED BHN 

KPSl KPSl % 5 
CYN@ IST Z N D  3RO AVG 

76.27 45.53 2 5  4 8  163 

87.87 47.27 32 58  155 

101.06 70.61 2 5  38 276 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION QUIMICA (%) 

ITEM HEAT No. M$&!+RM,AL 
(PARTE) ( ~ L A D A I  

BODY WH8367 ASTMA-ZI6AVCB 
CUERPO 

SONNET WH24028 ASTMA-216IWCB 
BONETE 

WEDGE ~ ~ 8 , 5 8 9  ASTMA317ICAIS 

DISCO 

C M n  P S S i  Ni Cr M 0  C U  v C b  
0.203 0.898 0.019 0.028 0.483 0.021 0.023 0.009 0.025 0.003 

Nomlizated to í N a m l h d 0  a) 930 Temver lo (Temvle al 650 Cooled in a k  (Enfriado en aire.) 
0.209 0.956 0.028 0.017 0.463 0.006 0.005 0.025 0.044 0.002 

N o m b t e d  to (Normalizado a) 930 Temver to (Temle a) 650 Cooled in air (Enüiado en aire.) 

0.136 0.761 0.025 0.024 0.620 0.100 13.430 0.023 0.018 0.001 
Nomializado a (Narmalited 10) 955 Tem~le a (Tem~er lo) 630 Enüiado en aire. (Caoled in akl  


