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Industrial de Valvulas, S.A. de C. V. (Numero) N u m b e r  
r 9; Ai? de Lo Industria Lote 16 Fracc. Induslricrl El ~ i e b o l  (Fecha) Date G::.:.?. -, ,; ::., 
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(ACCORDING TO EN10204 TYPE 3.1) 
ASEGURAMLENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GNEN IN ONE OR MORE OF THE 
FOLLOWING STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISEÑAW, FABRICADOY PROBADO DEACUERW CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DELOS SIGUIENTES 
ESTANDARES ULTIMA EOICION.) 

API 598 - VALVE MSPECTION ANO TESTING API 6D - PlPELlNE VALVES - GATE. PLUG, BALL AND CHECK 
M I  599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FíTTINGS, SOCKET - WELDMG AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC041AO8MAA8300000 I SHELL 
(Código) 

4" Fig. 5202 F UT WCB, API TRLM No.8 8300000 Descript ion 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 150) 
VALVE WITH I D W  EMISSION CONTROL (54 PPM'S M.) (VALYULA SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES FUGITIVAS (9 PPM'S MAX.) ) 

l3,A,A$ 
P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

P N E U M A T I C  IPSI) 
(NEUMATICA) 

I MECHANICAL TESTS (PROPMEC/VIICAS) 

SIDE ( L A W ) ~  

1 2 

450 450 N A  N A  

80 80 
> . 

TENS YiELD ELG RED BHN . 
WSI KPSl 'A % 

C V N ~  IST ~ N D  1RD AVG 

75.11 46.69 28 50 169 

74.68 49.01 33 58 155 

100.34 71.63 23 40 300 

, 
FACIO-21 REV'3" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSüRANCE 

. . 

. 
ITEM HEAT No. MATERlAL 

(PARTE) ICOLADA) fASTMl 
BODY WH7813 ASTMA-216IWCB 

CUERW 
BONNET WH21024 ASTMA-216IWCB 

B0N"E 

WEDGE w81348 ASTMA-217ICAIí 
DISCO 

. 

C M n  P S S i  Ni Cr M 0  C u  V C b  
0.201 0.952 0.017 0.016 0.520 0.030 0.030 0.010 0.030 0.001 

Nomalizaled to (Nomallado a) 930 Ternper Lo (Ternole a) 650 Enfnado en aire. (Cwled in air.) 

0.211 0.964 0.025 0.015 0.428 0.071 0.050 0.027 0.029 0.006 
Nannalizaied lo (Nomialirado a) 930 Temer lo (Tern~le a) 650 Cooled io air. (Enfriada en aire.) 
0.129 0.741 0.026 0.013 0.463 0.100 13.460 0.028 0.021 0.026 

Nomalizado a (Namllated to) 970 Temle a (Tcrnwr 10) 630 ERfriado en a&. (Coaled in a l r )  


