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NCE CERTIFICATE OF COMPLIA 
IACCORDING TO EN10204 TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERIIFICADO D E  CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWMG STANDARDS LAST EDITKJN: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAW ABAJO FUE DISE~JAW, FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PIPELME VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDINO ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSIB16-II - FORGED FI'ITMGS, SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODV ENDS 

Part No. AC041A08MAA8300000 
(Código) 

Descript ion 4" Fig. 5202 F UT WCB, API TRiM No.8 8300000 
Descr¡pción CAST STEEL C A T E  VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE W I í H  LOW EMISSION CONTROL (SO PPM'S MAX.)(VALVUU SUMlNISTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.1 1 

I H Y D R O S T A T I C  (PSI) 1 450 

450 
(HIDROSTATICA) N A l  1 P N E U M A T I C  (PSI) 
mnTMA,',,-&, I 

~ ~~ 

CUERPO 

BONNET WH16484 ASTMA-216IWCB 
BONETE 

WEDCE WH81206 ASTMA-217ICAI5 

DlSCO 

\ I 
FACIO-21 REV"3" 

CERTIFICADO POR. CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J&sk&%rcía 

MECHANICAL TESTS (PROP. MECANICAS) 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

S v c M n  P si Ni C r  M0 C U  C b  
0.230 0.950 0.014 0.009 0.590 0.035 0.130 0.001 0.000 0.000 

Vomalizated lo (Nomalirado al 930 Temoer lo ITcmole a) 650 Enüisdo en aire. ICooled in air) 
0.192 0.960 0.023 0.018 0.455 0.064 0.050 0.024 0.038 0.006 

Vomalimted lo (Nomializado al 930 Temwr !o í iem~le a) 650 Cooled io air IEnhiado enaire.) 

0.132 0.751 0.030 0.026 0.665 0.101 12.690 0.020 0.037 0.020 
Vomalizado a M o m l h f e d  Lo) 970 Temole a í iem~er ta) 630 Enüiado en ain. ICooled in air) 

TENS YlELD ELG RED BHN 

KPSl KPSl va % 
2ND 3RD AVG CVN@ IST 

83.00 49.79 2 8  4 6  163  

75.40 49.01 2 8  5 5  157 

99.18 71.92 2 5  4 2  2 7 9  


