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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIbAD CERTIFICADO DE CUMPLIMItNTO 
WE CERTlFY T H A T W E  PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED ANDTESTED A C C O F M G T O  OUR QUALITY SYSTEM AND REQUIREMENTS GlVCN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACI16RD0 CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTMG AP16D - PIPELINE VALVES - CATE, PLUG. BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES, FLANGED AND W E W M G  ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-II - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Códipo) 

4" Fig. 5202 F UT WCB, API TRUM No.8 8300000 (PRUEBAS DE PRESION) 
Descript ion 

Descripción CAST STEEL GATE VALVE 150 CLASS HYDROSTATIC ( P S ~  
( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) (HIDROSTATICA) 

VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S MAL) (VALVULA SUMINISTRADA CON CONTROLDE B A A S  
EMISIONES FUGITNAS (YI PPM'S m) ) P N E U M A T l C  (PSn 

(NEUMATICA) 

MECHANICAL TESTS (PROPMECmChS) . 
TENS YlELD ELG RED BHN 

KPSl KPSl % % 
C V N ~  IST 2ND 3RD AVG 

83.00 49.79 2 8  4 6  163 

73.51 47.27 3 0  5 8  157 

102.80 71.34 21 37  294  

2 

QACIO-21 REV "3' 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN QUlMlCA (%) 

CERllFlCADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

J s a r c í a  

, ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY 313383 ASTM A-216M>CB 

CUERPO 

BONNET WH16580 ASTMA-216IWCB 
BONETE 

WEDGE WH81588 ASTMA-217ICA15 
DISCO 

. 

C M n  . P S S i  N i  V C r  M 0  C U  C b  
0.230 0.950 0.014 0.009 0.590 0.035 0.130 0.001 0.000 0.000 

Nomalizated to (Nomalizado al 930 Tem~er to (Tem~le a) 650 ERbiado en aire. (Cooled in air) 
0.189 0.854 0.024 0.018 0.487 0.060 0.052 0.020 0.023 0.005 

Nomalizated u, Momlizado al 930 Tem~er to (Temole a) 650 Cooled ui a". (Enfriado en aire.) 
0.138 0.761 0.024 0.017 0.624 0.164 13.200 0.025 0.024 0.001 

Nomalizada a Momalizated to) 970 Temnle a (Tem~er to) 630 E h d o  en aire. (Cooled in air)  

a 


