
RXOpf Industrial de Yalvulas, S.A. de C. V 
r- Av. ¿fe La Industria Lote 16 Fracc. Zdustriul El Trebol 

Teooirotlan. Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  
(Fecha) D a t e  

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THAT THE PKODUCT LISTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS úIVFN 1N ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE El PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON RLQUIS1TOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

LSTANDARES ULTIMA EOICIÓN) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PLPELME VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED. THREADED AND WELDING AP1600 - STEELGArE VALVES, FLANGFD AND WELDING ENDS 
ANSI B16-10 - FACE T O  FACE AND END TO END DIMENSIONS OF VALVES ANSl B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PKESSURE TESTING OF STEEL VALVES WPLDING AND EXTENDED - BODY ENDS 

Part No. AC041A08MAA8300000 
(Código) 4" Fig. 5202 F UT WCB, API TRIM No.8 8300000 

I~cscnwli>n C A S I  S I E E L  CATE' VAI.Vb: 150 CI.ASS 
lVAI.VUI.,\ COMPIIKRTA DE ACFKO FUNDIDO CI.ASE 150) 

VALVEWlTH W W  EMISSION CONTROL (50 PPM'S MAX.) (YALVULA SUMINISTRADA CON CONTROLDE BAJAS 
EMISIONES PUGITNAS (50 PPM'S MAX.1 1 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

MECHANICAL TESTS (PROP.MECANLCAS) 

1 CHEMICAL COMPOSITION í%) COMPOSICIÓN QUMlCA (%) 1 TENS YlELD ELG RED BHN 

H Y D R O S T A T I C  íPS1) 
(HIDROSTATICX) 

P N E U M A T I C  (PSI) 
",FIMATTiA> 

?&& 
450 450 N A  N A  

80 80 

(.,A,$$ SIDE (LADO) 
1 2 

KPSl KPSI 7' % 
C V N ~  isr  2ND 3RD A V 0  

88.59 54.66 34 50 163 

83.52 48.57 32 63 156 

99.18 72.21 26 44 270 

1 . . . 
ITEM HEAT No. MATERiAL 

(PARTE) (COLADA) (ASTMl 
BODY WH23763 ASTMA-216IWCB 

CUERW 

BONNET WH16805 ASTM A-216IWCB 
BONETE 

WEDGE D3224 ASTMA-217ICAl5 
DISCO 

C S v M n  P S i  Ni Cr M0 CU C b  
0.195 0.953 0.025 0.007 0.443 0.005 0.040 0.008 0.035 0.006 

Normalizaled lo Wormalizado a) 930 Ternoer lo (Temole a) 650 Cwled in air. (Enfriada en aire.) 
0.202 0.984 0.021 0.010 0.488 0.021 0.061 0.052 0.043 0.005 

Normaüzaled lo (Normalizado a) 930 Temwr to (Tewle a) 650 Cwled in air (Enfriado en a k . )  

0.120 0.700 0.021 0.017 0.900 0.350 12.120 0.025 0.033 0.001 
Nomializado a ( N a m ~ t e d  lo) 970 Tem~le a (Ternoer lo) 630 Enfriado en aire. (Cwled in a".) 


