SYSTEM AND REQUIR

DAD Y CON REQUISITOS EST, : 1 DOS EN UNO O MAS DE LOS

- PIPELINE VALVES - GA’”FE,’TBLUG, BALL AND CHECK:
- STEEL. GATE VALVES, FEANGED AND WELDING ENDS
- FORGED FITTINGS, SOCKET - WELDING AND THREADED

* - COMPACT STEEL GATE VALVES - FLANGED, THREAD!
WELDING AND EXTENDED - BODY ENDS

L - ’ S ~ PRESSURE TEST SHELL | BACK % Ao))
Gdi : R Rl wa—
Descrlpti(:l)l 4" Fig. 5202 F UT WCB API TRIM No 8 8300000 O (PRUEBAS DE PRESION) (CASCO) SEAT) 1 : 2v :
.Descnpclén CAST STEEL GATE VALVE 150 CLASS ' - HYDROSTATIC (PSD 450 450 NA N A,
- (VALVULA COMPUERTA DE ACERO FUNDIDO CLASE150) | (HIDROSTATICA) o
VALVE WlTH LOW EMISSION CONTROL (50 PPM'S MAX ) (VALVULA SUMINISTRADA CON CONTROL DE BAJAS ‘
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) ¢ o PNEUMATIC (PSD 80 80
' i i 9 (NEUMATICA) ' )
[ MECHANICAL TESTS (PROP. MECANICAS) ]
[ CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN ]
M MEATNe  MATERIAL c Mn P s si Ni Cr Mo Cu v W | ove & a0 wo | AVG
BODY - WH5377 ASTM A-ZT6TWCB 0.213 0.914 0.025 0.015 0.510 0.030 0.040 0.010 0.020 0.001 76.99 43,79 27 49 166
CUERPO . .. Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Cooled in air, (Enfriado en aire.)
BONNET  WH25728 ASTM A-216/WCB 0.195 0911 0.034 0.021 - 0.463 0.005 0.030 010 0.017 0.003 75.40 44,08 27 48 156
BONETE. o . ‘Normalizated to (Normalizado a) 930 . Temper to (Temple a) 650 - Cooled in air. (Enfriado en aire.) Ce
WEDGE =~ WHS1348 ASTMA-17/CALS ' |' 0,129 0.741 0.026 0.013 : 0.463 0.100 13.460 .028 0.021 0.026 100.34  71.63 23 40 - 300

DISCO-". Nommalizado a (Normalizated to) 970 i. . Templea (Temper t0) 630 Enfriado en aire. (Cooled in air.)




