
(Numero) Number 

ENTS GNEN N ONE 
- - :  ' -FOLLOWING STANDARDS L A S ~ . ~ f l I O N :  

ICAMOS QUE ELPRODUCTO O FUEDISE~~ADO, FABRICADO Y PROBADO DE-ACUERW CON NUESTRO SISTRdA DE CALJDADY CON REQUISITOS ESTABLEIDOS EN UNO O MAS D 
ESTANDARES ULTIMA EDICI~N.), 

API 598 - VALVE INSP!XTION AND TESTWO API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-II - FORGED FiiTlNGS, S O C W  - WELDING AND THREADED 
ANSlB16-34 - VALVES - ELANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - W G E D ,  THREADED, 
MSS-SP6L - PRESSURE TESTING OF STEELVALVES WELDWG AND EXTENDED - BODY ENDS 

P e r t  NO. AC041A08MAA8300000 
(C6dig0) 411 Fig. 5202 F UT WCB, API TRIM No.8 8300000 Descrlotlon ~ ~~~ .~~ 

DCxnpci6n CAST STEEL GATE VALVE 150 CLASS 
WALWLA COMPUERTA DE ACEUO FllNUlDO CLASE 150) 

SHELL 1 BACK ( S m E  (LAW) 
(SEAT) 1 2 

VALVE WIÍB II>W EML?-SlON COmROL (SO PPWS MUL) (VALnn* S-A CON COmROL DE BAJAS 
BMlSlONeS RUCíiIVAS (SO PPM'S W) ) PNEUMATIC wsn I 80 80 

(NeuM*ncAl 

MECHANICAL TESTS (PROP 

1 CHEMICAL COMPOSITION í%) cOMPOSICIÓN QUlMlCA (%) 1 TENS YlELD E X  RED BAN 

BONNET ~ 3 9 7 3  ASTMA-~IWCB 73.66 44.95 34 

WEDGE WH81359 ASIMA-ZI71cA15 98.75 71.05 32 


