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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED B E F W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISEÑAW, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SlOUlENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES - CATE. PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG AP1600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS API 602 - COMPACi STEEL CATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 
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Nomlizated lo Marmalizado a) 930 Tem~er to (Tcm~le a) 650 Cwled in air. (Eobiado en ain.1 1 w81661 ASTMA-217iCA15 1 0.104 0.782 0.017 0.007 0.484 0.070 12.990 0.019 0.010 0.019 1 100.34 71.92 25 40 289 
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Psrt No. AC041AO8MAA8300000 I PRESSURE TEST 

Normalizado a ( N o m l i l e d  10) 970 Temle a (Tern~er lo) 630 Enfnado en a&. (Cooled in a".) 

(Código) 4" Fig. 5202 F W WCB, API TRIM No.8 8300000 Descr i~ t ion  
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALWJLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Wml M W  EMISSION COirraOL (Y) PPM'S U.) (VALWXA SUMIMSTRADA CONCONTROLDE BAJAS 
EM~S~ONES EUCLTNAS (50 PPM'S M.) ) 

KPSl KPSl % Yo 
CVND IST 2ND 3RD AVG 

p 83.52 50.03 30 

77.86 40.74 28 46  156 
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(:EKIIFICAI>O POR CEHTlFlED BY : 
ASFüI lRAMILNIO L)1: CAI II)AI) QUALITY ASSURAN<:E 

(PRUEBAS DEPRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC (PSI) 

MECHANICAL TESTS (PRoPmCAmCAs) 

ITEM HEAT No. MATERIAL 
(PARTEI ICOLADAI (ASTM) 

BODY 
CUERPO 

BONNET WH24703 ASTMA-216IWCB 

Y 1 1  
Wolan&Í Ponciano 

L 
WUMATICA) 

1 CHEMICAL COMPOSITION í%) COMPOSICI~N QUIMICA (%) 

C b  c M n  P S Si  Ni C r  M 0  C U  V 
WH19871) 

Namlizated ta Mormalizado a) 930 Tem~er to (Tern~le a) 650 Cwled in a". (Enfnsdo en aire.) 
0.193 0.898 0.040 0.022 0.467 0.017 0.038 0.008 0.027 0.002 
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