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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 1 1 )  , . . . ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 

W E  CERTIFY THAT THE PRODU BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDMG TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 
. . FOLWWING STANDARDS LAST EDITION: . 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERW CON NUESTROSISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICII~N.) 

API S98 - VALVF INSPkCI ION ANI>l  FSTING API 6 D  - PlPCLlNE VAI.VES - <iATC. PLUG. llA1 l. ANI) CHECK 
APl S99 -METAL Pl.ll(i VALVES - FLANGED. THREADED AND WELDING API 600 -SI I .k I  GATE VALVCS, I:LANCil:I> ANI) WELDING ENDS 
ANSl Blh-IU - FACETO FA<'E AND ENDTO END DlMENSlONS OF VA1 VkS ANSI R16-I 1 - tOKGED FITTINCS. SOCKC 1 ' -  WFLDING ANDTIIRbADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTMG O F  STEEL VALVES 

- COMPACi STEEL GATE VALVES - FLANGED, THREADED. 
WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041AO8MAA8300000 r 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DECALIDAD QUALITY ASSURANCE 

Yolan a Ponciano m 

VaLYBWITH W W  EMISSION CONTROL (SO PPM'S M.) (VALVUU SIIMINISTRADA CON CONTROLDE BAJAS 
EMTSIONW FUGITIVAS (50 PPM'S M.) ) PNEUMATIC (PSI) 80 80 I (NEUManUI) 

MECHANICAL TESTS (pRoPMECANICAS) 

~ ~ S L , ~  BASK SlDE (LAW)% 
(SE T) 1 2 

450 450 N A  N A  

(Código) 4" Fig. 5202 F UT WCB, API TRIM No.8 8300000 Descri~tion 
Descripción CAST S T E E L  C A T E  VALVE 150 CLASS 

WALVULA COMPUERTA D E  ACERO FUNDIDO CLASE 150) 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

TENS VlELD E L G  RED BHN 

m1 WSI % % 
CVNm IST 2ND 3RD A V 0  

82.65 48.58 36 49 155 

72.21 43.65 25 50 159 

97.73 70.62 27 42 272 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUIMICA (%) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) IASTM) 

BODY -0763 IUTMA-216NCB 
CUERW 

WNNET -6159 ASTMA-216NCB 
BONETE 

WEDGE U3216 ASTMA-217ICAIS 
DISCO 

V Cb c Mn P S s i  Ni Cr M0 c u  
0.187 0.900 0.022 0.010 0.420 0.045 0.042 0.015 0.005 0.001 

Nomalizated to (Normalizado a) 920 Temwr to iTemle a) 650 Cooled in a i r  (Enfriado en aire.) 
0.192 0.891 0.027 0.010 0.479 0.005 0.020 0.014 0.026 0.014 

Normalkted to (Normalizado a) 930 Temper to (Temle a) 650 Cooled in sir (Enfriado en aire.) 
0.130 0.820 0.017 0.017 0.950 0.520 12.250 0.012 0.046 0.001 

Nomialirado a (NormahlPd lo) 970 Temple a (Temoer lo) 630 Eofsiado en a&. (Cooled in air.) 


