
Industrial de Valvulas, S.A. de C. V 
Ait de ~a Industria ~ o f e  16 Frucc. Industrial El Trebol , .. 

S~FI&? '4 8.12 Te~orzotlan. Estado de Mexico C.P. 54600 
8 '  ; .  .' , ..<_a . ",.*A 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE . . (ACCORDING TO EN10204 TYPE 3.1) 
: . . .  ASEGURAMIENTO DE CAL~DAD CERTIFICADO DE CUMPLIM~ENTO 

WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED ANDTESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GNEN IN ONE OR MORE OFTHE 
FOLLOWMG STANDARDS LAST EDITLON: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

AP1598 
API 599 

- VALVE INSPE(.TION ANDI I:Sl'lNG 
- METAL PLU<i VALVES - FLANGEI>.'I'tIKI~AUEU AND WELDING 

AP16D 
API 600 

- PIPI:I.INt' VA1.VI.S - GAI F. PLII<I. BALL ANDCIIIC'K 
- STEEI GATF VAI.VES. FLANGED ANI) Wkl  IIING ENDS 

ANSI B16-IO - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSl B16-11 - FORGED FITTMGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES 

Par t  No. AC041A08MAA8300000 
(Código) 

Descr i~ t ion  4" Fig. 5202 F UT WCB, API TRiM No.8 8300000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VaLVEWITR LOW EMISSION CONTROL (50 PPM'S W.) (YALVULASUMMISTRADA CON CONTROL DE BAJAS 
EMlSIONeS FUGITNAS (50 PPM'S MAX.1 1 

API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
WELDMG AND EXTENDED - BODY ENDS 

C 

ITEM HEAT No. MATERIAL 
(PARTE) <COLADA) (ASIM) 

BODY WH15631 ASTMA-2IóIWCB 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

PNEUMATIC (PSI) 
m t i ~ n n c a >  

CUERPO 

BONNET WHZ6041 ASTMA-216iWCB 
BONETE 

WEDGE D4271 ASTMA-Z17/CAIS 
D l S M  

y,!j,,E,Oy SIDE iLAW) 1 2 

450 450 N A  N A  

80 80 

MECHANICAL TESTS @ROP.MECmCAS) 

CERTIFICADO POR: CERTIFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUIMICA (%) 

C P S v M U  Si Ni CI M 0  CU C b  
0.216 0.880 0.028 0.034 0.419 0.049 0.040 0.019 0.019 0.002 

Uomlizated to (Nomializado al  930 Temoir to (Tem~le al 650 Cooled in air. (Enñiado en aire.) 

0.218 0.902 0.033 0.015 0.415 0.005 0.026 0.013 0.035 0.015 
Uomialited Lo (Nomialirado a) 920 Ternper to Ciewle al 650 Cooled in air. (Enfiado en aire.) 

0.090 0.710 0.032 0.016 0.920 0.830 12.690 0.035 0.044 0.001 
Uomdkdo a (Nomializaied Lo1 970 Temple a (Tewer ta) 630 Eniilado en aire. (Cooled ui air.1 

, ,, 
~olándh' Ponciano 

TENS YIELD ELG RED BHN 

KPSl KPSl % % 
C W ~  IST 2ND 3RD AV0 

75.40 41.47 34 48 155 

74.97 45.68 25 48 159 
~ ~~ 

101.50 68.73 24 47 276 


