
Industrial de Valvulas, S.A. de C. V. RTH''' Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Sir~co 1 ti42 Teootzotlan. Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10104 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTPY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQUIREMENTS G N E N  IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑAW, FABRICAW Y PROBAW DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVC INSPECTION ANDTESTING API OD - PlPLLlNE VAIVbS - CiAl F. PI.IIG. BALL ANI>CHkCK 
API 599 - MFIAI.  YI UG VAI.VES - FLANGED. TllREADED AND WELDING API 600 - S I  t . E l  GA'I E VAI.VES. FLANUED ANI> WI.I.I>INCi ENDS 
ANSl Hlb-lO - FACETO t ACE ANI> l(NI>'IU ENI> DIMENSIONS 01:VAIVFS AhSI H16.11 - FORCiED FITTINCiS. SOCKI-I - W1:l I>lhG ANDTHRlAI>CI> 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDlNG ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

Part No. AC041A08MAA8300000 
(Código) 

Descr io t ion  4" Fig. 5202 F UT WCB, API TlUM No.8 8300000 
Descripción CAST STEEL C A T E  VALVE 150 CLASS 

( V A L W L A  COMPUERTA D E  ACERO F U N D D O  CLASE 150) 
VALVEWWR W W  EMISSION CONTROL (SO PPM'S MAX.) (YALVULA SUMlMSn<noA CON CONTROLDE BAJAS 
EMISIONES PUGITNAS (SO PPM'S M.) ) 

API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
WELDNG AND EXTENDED - BODY ENDS 

I H Y D R O S T A T I C  (PSI) I 450 
450 N A  N A  

(HIDROSTATICA) 

C 
1 P N E U M A T I C  (PSI) I 80 80  

M E U M i I C A I  

P R E S S U R E  TEST 
(PRUEBAS DE PRESION) 

MECHANICAL TESTS (PRoP.mCANiCAs) 

1 CHEMICAL COMPOSITION (%I COMPOSICIÓN QUIMICA (%) 1 TENS YlELD E L G  REO BHN 

sC,SL,y y&# SIDE (LAUOl 
1 2 

CERTIFICAW POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

1 . 
KF'SI KPSl % % 
cm@ IST ZND ~ R D  AYO 

73.37 42.20 32 41 162 

74.53 43.50 24 46 155 

102.80 72.35 22 41 288 

1 . , 
ITEM HEAT No. MATERIAL 

(PMTE)  COLADA) 1 . 4 ~ 1 ~ )  
BODY WH23557 ASMA-216IWCB 

CUERPO 

BONNET WHZ5754 ASTMA-216IWCB 
BONETE 

WEDGE WH81669 ASTMA-217ICAIS 
DISCO 

v C M0 P S Si N i  Cr M0 C u  Cb 
0.194 0.946 0.035 0.022 0.478 0.005 0.013 0.028 0.018 0.001 

Nomiaüzated to (Nomializado a) 930 Temer to (Temole a) 650 C w l d  ed ink (Enfiado en aire.] 
0.205 0.951 0.032 0.020 0.416 0.005 0.069 0.008 0.010 0.005 

Nomlizated to (Nomializado a) 930 T e w r  to (Temle a) 650 Coold ed a". (Enfriado en aire.) 
0.125 0.836 0.023 0.011 0.526 0.075 13.030 0.020 0.010 0.020 

Nomializado a (Nomiaüzated to) 970 Ternole a (Temoer to) 630 E h d o  en aire. (Cooled ed air) 


