
' Industrial de Valvulas, S.A. de C. V. 
Av. de La Indurtria Lote 1 6 , ~ r a c c .  Industrial El Trebol 

<. .í::?!rte 1842 Teuotzotlnn. Estado de Merico C.P. 54600 

(Numero) Number V10C16690 
(Fecha) Date c - 3  19/10/2010 

OUALITY ASSURANCE CERTIFICATE OF 
(ACCORDING TQ EN10104 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUROUALlTl SYSTEM AND REOUIREMENTS GNEN M ONE ORMOREOFTHE 

FOLLOWWG STANDARDS LAST EDlTION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISECADO. FABMCAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ES rABLEClDOS EN UNO O MAS DE LOS SIGUIENTES 

FSTANDARES ULTIMA EDICION ) 

AP1598 - VALVE MSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - M m 4 L  PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES. FLANGED AND WELDMG ENDS 
ANSLBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FíITINGS, SOCKIZ - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACI'STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

P a r t  No. AC041A08MA.48300000 
(Código) 

D e s c r i ~ t i o o  4" Fig. 5202 F UT WCB, API TRIM No.8 8300000 
Drscnpcihn CASI'SI'EEI. CATE VALVE ISOCI.ASS 

(VALVULA COhlPIIERrA I>b: ACERO FllNDlDO CLASE 150) 
VALW m L O W  EMISSION CONTROL (M PPM'S MAX.)<vALVULA SUMNISTRAOACON CONTROLDE BAJAS 
EMISIONES PUCIWAS (M PPM'S M.) ) PNEUMATIC ( P S n  I 80 80 

(NRTMATICA) 

MECHANICAL TESTS (PRoP.MECANIULS) 

1 CHEMICAC COMPOSlTlON (%) COMPOSICI~N OUIMICA (%) 1 TENS YIELD ELG RED BHN 

1 N iVH6394 
Namlizated to (Normalizado a) 930 Temer lo (Temple a) 650 Enfnado en ain.  

ASmA-2i61WCB 1 0.214 0.973 0.017 0.014 0.541 0.030 0.030 0.010 0.020 0.001 1 74.24 44 17 25 4 9  169 

I 
~ ~ ~~ ~ ~ - - - - ~  

\ ~, . . I 

~~~~ ~~~~ ~~~~~ ~ ~~~~~ -- ~~~ . . 1 ,571 
Nomlmtd l o  (Nomialirado a) 930 Temper to (Temle a) 650 Cwled in a i r  (Enfriado en aire.) 

ASTMA-217iCA15 1 0.130 0.830 0.022 0.019 0.910 0.520 12.860 0.033 0.015 0.001 1 10O.49 68.15 28 42 276 

ITEM HEAT No. MATERIAL 
(PARTE1 (COLADA1 <ASTMl 

DISCO 

CERTlFlCm POR CERTIFIED BY : 
ASEGURAMIENTO DECALIDAD QUALITY ASSIlRANCE 

BODY D5751 M T M A - 2 1 6 ~ ~ ~  10 .200  0.790 0.018 0.016 0.440 0.021 0.037 0.014 0.027 0.002 1 75.11 48.14 27 4 7  172 
C M n  P S S i  Ni Cr M o  V C b  CU 

KPSl KPSl % % 
CVNrai IST 2ND JRD AV0 


