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. , . ' OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE . , 

. , . . (ACCORDING TO ENlOlM TYPE3.1) :.. . I .. : ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTFY THAT THE PRODUCT USTED BELOW WAS DESIGNED. MANLIFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GIVEN M ONE ORMORE OF THE 

FOLLOWMG STANDARDS LAST EDlTlON ~ ~ ~ - ~~~~ ~~~~~~ ~ - - - - - -  ~ ~ 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABNO FUE DISEÑADO, FABRICAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICI~N.] 

API 598 - VALVE NSPECTION AND TESTING API 6D - PLPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METALPLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIB16-11 - FORGED FITTMGS, SOCKET - WELDMG AND THREADED 
ANSI 616-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC041A08MA.48300000 
4Iv Fig. 5202 F UT WCB, API TiUM No.8 8300000 Descriotion 

Dacnpci6n C'AST STEEL CATE VAI.VE 150 CLASS 
(VALVIILA COMPUERTA DE ACERO FUNDIDO CLASE 1501 

VALVE w m  ww EMTSSION CONTROL (SO PPM'S M.) WALVULA SUMMIS-A CON CONTROL DEBAJAS 
EMISIONES FUGITIVAS (50 PPM'S M.) ) 

f PRESSURE TEST 
(PRUEBAS DE PI(TSION) 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC (PSI) 
\ (NEUMATICA) 

l . , .  
FACIO 21 RÉV ''. 

C E R m A W  POR CERTIPIED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

~o ladda  Pbnciano 

?&# SIDE (uno)' 
1 2 

450 450 N A  N A  

8 0  80 
I 

MECHANICAL TESTS ~ROPMECANrCas)  

TENS YlELD ELG RED BHN 

KPSl KPSl % % 
C V N ~  IST 2ND 3RD A V 0  

84.10 49.15 24 52 153 

74.82 43.94 27 49  156 

99.62 69.75 25 46  270 

CHEMICAL COMPOSlTION (%) COMPOSICI~N QUlMlCA (%) 

ITEM HEATNO. MATERIAL 
(PARTE1 (COLAOAI (ASTM) 

BODY WH24038 ASTMA-216IWCB 
CmRPo 

BONNET WH26397 ASTMA-216MB 
BONETE 

WEDGE D2501 ASTM A-217ICAIS 

DISCO 

C P S Ni V M n  s i  C r  M 0  C U  C b  
0.200 0.905 0.027 0.014 0.476 0.008 0.005 0.035 0.030 0.001 0.366 

Nomliuted to Nomalizado a) 930 Temper lo ITemule a) 650 Caoled in a". (Enfiado en a k . )  
0.210 0.868 0.031 0.021 0.451 0.050 0.072 0.OlO 0.031 0.002 

Nomlizaed lo  Nomializado al 930 Temwr to (Temrrle a) 650 Cooled in air. (EnIXado en a&.) 

0.100 0.760 0.017 0.011 0.950 0.510 12.100 0.023 0.042 0.002 
Nomalirado a ~Nomüzaied 10) 970 Temule a (Temuer to1630 Cooled in air. (Enfriado en aire.) 


