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(Numero)  N u m b e r  
(Fecha) Da te  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(,\CCORDI\<; TO F\Iu?UI r i  Pt. 3.1, 

. \ S E C U R ~ \ I I E S T O  DE C \I.IDAD CI'Hl'IFIC\I>O DE C C \ I P L l \ l l E S I O  
WE CERTlFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQlllREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS IAST EDITION. 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBAW DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE W S  SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE. PLUG, BALL AND CHECK 
M I  599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED. 
MSS-SP61 - PRESSURE TESTiNG OF STEEL VALVES WELDNG AND EXTENDED - BODY ENDS 

Part No. AC042AO8MA.48300000 
' C ~ g O '  4" Fig. 5206 F UT WCB, API TRIM No.8 830000 Descr io i ion  

Descripción CAST STEEL CATE VALVE 300 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 300) 

VALVE WITH LOW EMISSlON CONTROL (SO PPM'S M.) (VALVIILA SUMINISTRADA CONCONTROL DE BAJAS 
EMISIONES BUGmNAS (SO PPM'S MAX.) ) 

ITEM HEAT No. MATERIAL 
(PARTE) (COLADA) 1ASTMl 

BODY WH23135 ASTM A-ZI6NCB 

r 
P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T l C  (PSII 
(HIDROSTATICAI 

P N E U M A T I C  (PSI) . (NEumncA)  

Mn P S v m, KPSl Yo 70 
Si Ni Cr M 0  CU C b  1 C V N ~  IST ZND 3RD AV0 

10.192 0.896 0.034 0.025 0.419 0.021 0.049 0.034 0.043 0.004 1 74.82 43.21 27 48 165 

SHELL 

MECHANICAL TESTS 

Nomlmted to (Nomialirado a) 930 Temoer to  (Temole a) 650 Cooled in a". (Enfriado en aM.1 1 0.19; 0.862 0.028 0.014 0.540 0.024 0.039 0.029 0.021 0.001 1 74.97 44.37 28 53 155 

?&$E 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

~cnscol SIDE (LADO)\ 
1 2 ,  

1125 1125 N A  N A  

80 80 
J 

TENS YIELD ELG RED BHN 

J 
FACLO-21 REV''jll 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

~ ~ - - ~  ~ ~~ 

Nomlizated to (Normalizado al 930 Temwr to (Temole a) 650 Cooled in air (Enñiado en aire.) 
0.120 0.800 0.015 0.012 1.020 0.300 12.980 0.029 0.039 0.002 

NomlVado a ( N a d u a t e d  tol 970 Temle a V e w r  to) 630 Enhiado en a k .  (Cooled in air) 
97.30 72.65 25 45 276 


