
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industrici Lote 16 Fracc. Indusfrial El Trebol 
Tepofzotlan, Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  
(Fecha) Date  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDISG TO EN10204 TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING 7.0 OUR OUALITY SYSTEM AND REOUIREMEN'TS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISNADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSIBI6-11 - FORGED FllTMGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 
MSS-SP61 

- VALVES - FLANGED, THREADED AND WELDING ENDS 
- PRESSURE TESTING OF STEEL VALVES 

Part No. AC042A08MAA8300000 
(Código) 

Descr ip t ion  4" Fig. 5206 F UT WCB, API TRiM No.8 830000 
Descripción CAST STEEL CATE VALVE 300 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE mni LOW EMISSION  como^ 150 PPM'S m . 1  VALVULA SUMMISTRADACON CONTROL DE BUAS 
EMISIONES EUCITNAS (50 PPM'S U) 1 

- COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
WELDING AND EXTENDED - BODY ENDS 

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

HVDROSTATIC ( P S ~  
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 
( N E W T I C A I  

FACIC-21 RN' 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIMM DE CALIDAD QUALITY ASSURANCE 

7,H,f&4 
1125 1125 N A  N A  

80 80 

MECHANICAL TESTS (P"PMECAMCAS) 

:,EA8 SlDE ( L A w )  
1 2 

TENS YlELD ELG RED BHN 

m1 KPSI 7' % 
2ND 3RD AVG c m @  IST 

76.70 44.08 2 8  4 9  164 

88.59 52.34 3 6  4 5  160 

100.63 68.29 2 5  4 8  2 7 0  

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

ITEM HEATNa M+l&#AL 
< P ~ R T E I  (~0w.0~) 

BODY WHM63 ASTMA-~IOIWCB 
CUERPO 

BONNET WH19139 ASTMA-216IWCB 
BONETE 

WEDGE D2225 ASTMA-2171~1~ 
DISCO 

C Mn P S Si N i  Cr M o  V CU C b  
0.191 0.891 0.013 0.016 0.459 0.030 0.040 0.010 0.020 0.001 

Nomialirated 10 INomializada a) 930 Tem~er ta fTemvle a) 650 Cwled in air. (Enfriado en aire.) 
0.197 0.950 0.027 0.021 0.430 0.042 0.056 0.012 0.021 0.001 

Namialiated ta (Nomialirado a) 930 Tcmver to fiemvle a) 650 Cwled in air (Enfriado en aire.) 
0.110 0.720 0.023 0.016 0.880 0.560 12.140 0.040 0.018 0.001 

Nomialirado a (Nomlirated 10) 970 Temole a (Temoer to) 630 ERfMdo en aire. (Cooled in air.) 


