
Industrial de Valvulas, S.A. de C. V. 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THAT THE PRODUCT LISTED B E W W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUREMCNTS ClVEN IN ONE OR MORE OF THE 

FOLWWMG STANDARDS LAST EDínON 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO FABRICADO Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDADY CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGEO, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSIB16-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSl B16-11 - FORGED FmINGS.  SOCKET - WELDINC AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS M I  602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC042A08MAA8300000 
(Cbdigo) 

D e s c r i ~ t i o n  4" Fig. 5206 F UT WCB, API TRIM No.8 830000 
1)escnp.ion CAST STEEL CATE \ 'AL\'E 300 CLASS 

(\'Al.\ CLA COJIPCERTA DE ACERO FUNDIDO CLASE3001 
VALVE WITH W W  EMlSSION CONTROL (SO PPM'S M.) (YALVULA SUMINISTR*OA CON CONTROLDE BWAS 
EMISIONES FUGITIVAS (SO PPM'S M.) ) 
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CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

KPSl m, % % 
C V N ~  1st 2ND 3RD AV0 

87.29 47.12 3 0  5 3  1 5 0  

76.70 48.72 3 2  5 0  158  

98.89 71.05 2 5  44 271 

I ~, . . 

e ITEM HEAT No. MATERIAL 
(PARTE1 1COMDAI lASTMl 

BODY WH16678 ASTMA-216IWCB 
CUERW 

BONNET WHl8687 AS1MA-216lWCB 
B O N m  

WEDGE D3278 ASTMA-2171~1s 
DlSCO 

C M n  P S Si N i  Cr M o  V C u  C b  
0.198 0.943 0.019 0.011 0.397 0.059 0.030 0.043 0.034 0.005 

Normahted to (Normalizado a) 930 Temoer to fiemole a) 650 Coolsd in air. (Entnado en aire.) 
0.198 0.921 0.027 0.012 0.409 0.019 0.055 0.037 0.005 0.002 

Normaikted to (Nomialirado a) 930 Temper to (Temole a) 650 Cooled hair (Eañiado en a*.) 

0.100 0.730 0.014 0.012 0.960 0.320 12.480 0.050 0.035 0.002 
Normalizado a (Normalirated 10) 970 Temvle a (Temoer to) 630 Enfiado en a&. (Cooled in air.) 


