
Indusüial de Valvulas, S.A. de C. V 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol 
Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEflADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EOICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSl B16-11 - FORGED FI'ITINGS, SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part  No. AC042A08hIAA8300000 
(Código) 

Descr i~t ion 4" Fig. 5206 F UT WCB, API TRWI No.8 830000 
Dsnipción CAST STEEL CATE VALVE 300 CLASS 

(VALWLA COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE m LOW EMSSION CONTROL (M PPM'S MAT) WALVULA SUMNISTR*DACON CONTROL DE BUAS 
EMISIONES FUGITIVAS (50 PPM'S W . 1  1 

SHELL l&$R SlDE linwl SE$2=2g$$ 1 (USCO) 1 1 2 

HYDROSTATIC ( P S ~  
(HLDROSTATICA) 

PNEUMATIC (PSI) 
(NFINATICA) 

I FACIO-21 RN "Y 

CERTIFICAN POR CERTIFIED BY : 
ASUjURAMlENTU DE CALIDAD Q U A L l n  ASSURANCE 

1125 1125 N A  N A  

80 80 

MECHANICAL TESTS (PROPMECAMCAS) 

TENS MELD ELG RED BHN 

KPSI m1 % % 
me IST zm JRD AVG 

80.91 49.59 31 54 157 

79.90 48.29 28 39 152 

99.76 70.90 24 45 300 

CHEMlCAL COMPOSITION (%) COMPOSICION QUlMlCA (%) 

ITEM HEATNo. M$&E&AL 
(PARTE) (COLADA) 

BODY WH26817 ASTMA-216'WCB 
C U E W  

BONNET WH19982 ASTMA-216IWCB 
BONETE 

WEDGE WH81618 ASmA-217ICAIS 
DISCO 

V C M0 P S Si Ni C r  Mo Cu  C b  
0.199 0.873 0.020 0.013 0.439 0.010 0.019 0.010 0.032 0.001 

Nomlizated to (Nomialirado a) 930 Tenmer m (Temole a) 650 Cwled in a% (Enñiado en aire.) 
0.192 0.914 0.022 0.012 0.440 0.039 0.050 0.021 0.040 0.003 

Nomialirated m (Nomialirado al 920 Temver m (Temle a) 650 Cwled in a". (Enfiado en aire.) 
0.135 0.576 0.025 0.024 0.684 0.107 12.670 0.028 0.021 0.026 

Nomalirado a (Nomlirated 10) 970 Temvb a fiemver 10) 630 Enirlado en a h .  (Cooled in air.) 


